
Industrial de Valvulas, S.A. de C. V. 
"rG%- w Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

. ' . c 2 . '  Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCr LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANOARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PLPELINE VALVES - GATE. PLUG. BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WEWING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WEWING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WEWlNG AND EXTENDED - BODY ENDS 

P a r t  No. AC042AO8MAA8300000 
(Código) 4" Fig. 5206 F UT WCB, API TFUM No.8 830000 (PRUEBAS DE PRESION) (SEAli 

D e s c r b t i o n  
Descripción CAST STEEL GATE VALVE 300 CLASS HYDROSTATIC (PSI) 

(VALVULA COMPUERTA DE ACERO F W D I D O  CLASE 300) (HIDROSTATICA) 

V a L W  m LOW EMISSION CONTROL (M PPM'S MAX.1 (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITNAS (50 PPM'S m . )  ) P N E U M A T l C  (PSI) 

íNEUM4TlCAI 

C MECHANICAL TESTS (PROPMECAMCAS) 

TENS YlELD ELG RED BHN 

WSI KPSl 70 Yo 
C V N ~  i s r  2ND 3RD AVG 

73.08 42.77 3 5  6 2  164 

76.70 48.72 3 2  5 0  158 

101.06 70.61 2 5  3 8  2 7 6  

FACIO-21 RW"3" 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMlCA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

lTEM HEATNo. M+T&v?L (PARTE) (COLADA) 
BODY m14863 ASTMA.ZI6mB 

CUE-O 

BONNET WH18687 ASTblA-216AVCB 
BONETE 

WEDGE WH81589 ASTMA-217ICAIS 
DISCO 

i 

C P S v M n  si Ni Cr M0 CU Cb 
0.215 0.954 0.026 0.016 0.500 0.038 0.049 0.018 0.012 0.001 

N m m b t e d  (o MamaIUado a) 930 Te-r to (Temole a) 650 €&do en aire. 
0.198 0.921 0.027 0.012 0.409 0.019 0.055 0.037 0.005 0.002 

N o m l k t e d  to Mormalirado a) 930 Temer io (Tem~le a) 650 Cwlcd io air (Enñiado en aire.) 
0.136 0.761 0.025 0.024 0.620 0.100 13.430 0.023 0.018 0.001 

Nomafindo a MomlUated m) 955 Tem~le a (Temer te) 630 E&do en aire. (Cooled in sir.) 


