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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10204 TYPE 3 1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQULREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWiNG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISE$4AD0, FABRICADO Y PROBADD DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGIIIENTES 

ESTANIARES ULTIMA EDICION.) 

AP1598 
API 599 

- VALVE INSPECTION AND TESTING 
-METAL PLUG VALVES - FLANGED, THREADED AND WELDING 

API 6D 
API 600 

- PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
- STEEL CATE VALVES. FLANGED AND WELDING ENDS 

ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI 016-11 - FORGED FITTINGS. SOCKET - WELDíNG AND THREADED 
ANSl 016-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. ACOllA08MAA8300000 / 

SCASCk 1 B,tR 1 SlDE (LADO)\ 

1 2 

450 450 N A  N A  

80 80 
I 

(Cúdigo) 
D e s c r i ~ t i o n  2" Fig. 5202 F UT WCB, API TRIM No.8 830000 

Descripción CAST STEEL CATE VALVE 150 CLASS 
(VALVULA COMPUERTA DE ACERO FüNDIDO CLASE 150) 

VALVE W I I B  LOW EiMlSSION CORTROL (50 PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGlTRlAS (50 PPM'S MU.) ) 

KPSl KPSl % % 
CVN@ IST Z N D  ; R .  AVG 

71.48 38.71 3 0  53 153 

74.97 44.52 2 5  4 6  151 

98.89 71.92 2 5  4 4  272 

> 
FACIO-21 REY "3" 

L 

ITEM HEAT NO. MATERIAL 
(PARTEI ICOLADAI IASTMI 

BODY ~ ~ 1 5 8 3 4  ASTM A-216MCB 
CLlERPO 

BONNET W 2 6 6 7 7  ASTM A-216NCB 
BONETE 

WEDCE D2988 ASTMA-2IIICAIS 
DISCO 

5P,E,S,AYME,2,I,S,T 
H Y D R O S T A T I C  (PSI) 

(HLDROSTATICA) 

P N E U M A T I C  (PSI )  
WELXATICA) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

Ga* 

C M n  P S S i  Ni  Cr C u  V M 0  Cb 
0.207 0.861 0.024 0.013 0.432 0.044 0.041 0.022 0.008 0.001 

Nomalirared to íNomaiirado a) 930 Temrier to iTemplr a) 650 Cooled in air (Enkiado en aire ) 
0.214 0.899 0.035 0.023 0.470 0.018 0.074 0.006 0.012 0.001 

Nomalimed to íNomalizado a) 930 Tem~er to (Temple a) 650 Cooled in air (Enfriado en aire.) 
0.140 0.790 0.033 0 . 0 1 6  0.960 0.120 12.410 0.023 0.026 0.003 

Nomalilado a Momaloated lo) 955 Temple a (Ternper lo) 630 Enmado en aire. íCooled in air) 

MECHANICAL TESTS (PROP mCANICAS) 

CHEMICAL COMPOSITION (%) COMPOSICION QL~MICA (%) TENS YIELD ELG RED BHN 


