
WALWORTH 
. Industrial de Vulvulas, S.A. de C. Y. 

Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
Sincc 7842 Teootzotian. Esrado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC. T O  EN10204 T Y P E  3.1) 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDMG TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN M ONE OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENES 
ESTANDARES ULTIMA EDICION.) 

A D T  <o* - VALVE INSPECTION AND TESTING 

ANSI 616-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES 

Part No. ACOllA08MAA8300000 
(Codigo) 

Descri~tion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FZCíDIDO CLASE 1 5 0 )  

VALVE W I í A  LOW EMISSlON CONTROL (50 PPM'S M M . )  (VALIZ-LA SUMLYISTRADA CON CONTROL DE BAJAS 
EMlSlOVES PUCITNAS (50 PPM'S MM.1  1 

API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
AP1600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSl B16-11 - FORGED FIITMGS, SOCKET - WELDING AND THREADED 
API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED 

WELDING AND EXTENDED - BODY ENDS 

1 HYDROSTATIC IPSIl I 150 
450 

(HIDROSTATICA) 

PRESSURE TEST 
(PRLEBAS DE PRESIOV, 

1 PNEUMATIC IPSII 
<MUMATICA, 

80 

MECHANICAL TESTS lPRoP MECANICASI 

I CHEMICAL COMPOSITION I%I COMPOSICION QUIMICA (%) I TERS YIELD ELG RED BHV 1 

SHELL y&$$ 

I ~, I J 

SIDE (LADO) 

1 2 

l T E M  H E A T  No. M A T E R I A L  
(PARTE) ICOLADAI IASTM) 

CUERPO 

BONNET W26474 ASTM A.2l6NCB 
BONETE 

W E D G E  WH8105l ASTMAJI7ICAIS 

FAClQ-21 REY "3" 

CERTIFICADO POR. CERTIFIED BY: 
ASEGURAMIENiO DE CALDAD QUALITY ASSCRANCE 

Nomlizated to (Normalizado a) 930 Temoer to (Temole a) 650 Coolid in air (Enfriado en aire.) 
0.214 0.939 0.026 0.017 0.502 0.023 0.030 0.005 0.005 0.002 

Normalizated to (Normalizado a) 930 TemDerto 1Temule a) 650 Coolcd in a i r  (Enfriado en aire 
0.127 0.618 0.035 0.020 0.543 0.075 12.590 0.019 0.017 0.001 

1 l~omalirado a (Nomalizated to) 970 Temole a(Temper 10) 630 Enfnado en aire. (Cooled in air) 

BODY WH16623 ASTM A - Z ~ ~ ~ W C B  1 0.205 0.900 0.023 0.015 0.446 0.056 0.030 0.021 0.044 0.005 1 82.79 52.20 32 49 156 
C Mn P S Si Ni Cr Mo Cu V Cb 
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XPSl KPS, % % 
CVNTIO. IST 2ND jRB AVG 


