
TH - Industrial de Valvulas, S.A. de C. K 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

Sincc 7 S42 Tepotzotlan, Estado de Mexico C. P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASECCRAMIERTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDWG TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEfiADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGULENTES 

ESTANDARES ULTIMA EDICION ) 

AP1598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES - CATE, PLUG, BALL AND CHECK 
AP1599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDWG API 600 - STEEL CATE VALVES, FLANGED AND WELDlNG ENDS 
ANSl B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBI6-11 - FORGED FITTWGS, SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WZLDNG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTWG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ACOllA08MAA8300000 
(Código) 

Descri~tion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FLINDIDO CLASE 150) 
VALVE WTiH LOW EMlSSlON CONTROL (50 PPM'S M=.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FtiGn'NAS (50 PPM'S MAK.) ) 

/ SIDE (LADO)\ 

I 2 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QLlALITY ASSURANCE 

HYDROSTATIC (PSII 
(HlDROSTATICA) 

PNEUMATIC (PSI) 
L (PrEUMATICA) 

MECHANICAL TESTS ipRoP MECANICAS) 

450 450 N A  N A  

80 80 
J 

TENS YIELD ELG RED BHN 

KPSl KPSl % % 
CVNM IST ZND 3RD AVG 

74.09 45.67 27 49 166 

72.94 44.37 27 49 166 

96.31 71.77 27 45 269 

CHEMICAL COMPOSITION (%) C O M P O S I C I ~ N  QUIMICA (%) 

ITEM HEAT NO. MATERIAL 
IPARTE) ICOLADA) IASTMI 

BODY WH14745 ASTM A-2I6iWCB 
CUERPO 

BONNET -6474 ASTMA-216iWCB 
BONETE 

WEDGE D2250 ASTM AJI71CAIS 
DISCO 

C Mn P S Si Ni Cr V Cb Mo Cu 
0.193 0.982 0.023 0.025 0.453 0.040 0.030 0.010 0.030 0.006 

Nomalizated to (Normalizado a) 930 Temoer to (Temole a) 650 Cwled in air (Enfiado en aire.) 
0.214 0.939 0.026 0.017 0.502 0.023 0.030 0.005 0.005 0.002 

Normalilated to (iiomalizado a1 930 Temoer to (Temvle a) 650 Caoled in air (Enkiado en aire.! 
0.1 10 0.770 0.017 0.013 0.920 0.640 12.240 0.013 0.080 0.001 

Nomalirado a (Nomaiilated to) 970 Temvle a (Teinper tal 630 Enhado en aire. (Cooled ui alr.1 


