
b WALWO#TH . Industrial de Valvulas, S.A. de C. V. 

u Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
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(Numero) Number 
(Fecha) Date 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWG STANDARDS LAST EDITION: 
(CERTLFICAMOS QUE EL PRODUCTO LISTADO ABAIO FUE DISENADO, FABRICADO Y PROBADO DE A C W R D O  CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN LINO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
AP1599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDNG ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSl B16-I 1 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ACOllA08MAA8300000 
(COdigo) 

Descriotion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descr~pcion CAST STEEL CATE VALVE 150 CLASS 

(VALVLLA COMPUERTA DE ACERO FüNDIDO CLASE 150) 
VALVX W I l  LOW EiMISSION CONTROL (50 PPM'S M&..) (VALVULA SPMMISTFL4DA CON CONTROL DE BAJAS 
ELMISIONES FUGITIVAS (50 PPM'S MAX.) ) 
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CERTIFICADO POR CERTIFIED BY : 
ASEGURAMlENTO D E  C A L D A D  QUALITY ASSCRANCE 

- - - ~  

KPSI KPSI % % 
CVNa IST 2ND jilD AVG 

74.68 46.98 37 57 158 

74.39 44.37 28 49 155 

99.33 71.34 25 40 289 

I . , . . 

, ITEM HEAT No. M$Ag$\AL 
(PARTE) (COLADA1 

BODY WH19877 ASTMAIIóRVCB 
CUERPO 

BONNET W 2 6 6 2 5  ASTM A-216AVCB 
BONETE 

WEDGE ~ ~ 8 1 6 1 2  ASTMA-217lCA15 
DISCO 

C Mn P S Si Ni Cr Mo V Cb Cu 
0.195 0.952 0.019 0.014 0.501 0.053 0.063 0.020 0.015 0.004 

Nomaiirated lo  íNomalirado a) 930 Temoer to (Temple a) 650 Cooled in a?. ( € f i a d o  en aire.) 
0.198 0.902 0.033 0.019 0.428 0.016 0.027 0.005 0.005 0.002 

Normalizated to Mnmalirado a) 930 Temoei to (Temole a) 650 Cooled in a?. (Enfiado en aire.) 
0.135 0.646 0.024 0.012 0.462 0.086 13.320 0.005 0.021 0.001 

Nomalirado a (Normalizated lo) 970 Temple aiTemper 10) 630 Enhado ni alre (Cooled in i r  ) 


