
3 Industrial de Valvulas, S.A. de C. Y. * WALWORTH A .  de La Industria Lote 16 Fracc. industrial T i  %bol 
(Numero) Number 

(Fecha) Date 
otzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGI.'RA.MIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQUIREMENTS GIVEN iN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION. ~ ~ ~ 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO M DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES U L T W  EDICION ) 

API 598 - VALVE MSPECTlON AND TESTING AP1 6D - PIPELiNE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND W L D M G  API 600 - STEEL CATE VALVES, FLANGED AND WELDNG ENDS 
ANSl B16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTMGS, SOCKET - WELDING AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDlNG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP61 - PRESSURE TESTlNG OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. ACOllAO8MAA8300000 
(Código) 

Descrintion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 

VALVE Wrrt l  LOW EMlSSlON CONTROL (50 PPM'S MIUL.1 IVALVULA SUMmlSTKADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS 150 PPM'S M.) 1 

~&fZi%"sT&?$$ 1 ?E& 1 ?&!f 1 SlDE 1 (LADO) 2 1 HYDROSTATIC 1PSII 450 
(HWROSTATICA) 

1 PNEUMATIC (PSI, 1 80 80 1 
MECHANICAL TESTS (PROPmCANiCAs) 1 

CHEMICAL COMPOSITION (%) COMPOSICION QUlMICA (%) TENS YIELD ELG RED BHN 1 
KPSl KPSl % % 

CVN@ IST 2ND 3RD AVG 

73.37 48.43 28 48 166 

74.24 50.46 35 57 161 

98.16 76.70 24 39 264 

FACIO-21 RE"''? 

I 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA) (ASTMI 

BODY m 2 2 3 8  ASTM A-216MICB 

CUERPO 

BONNET WH16017 ASTM A-216MICB 
BONETE 

WEDCE D2938 ASTM A-2I7ICAII 

DISCO 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURAYCE 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.204 0.887 0.027 0.019 0.493 0.024 0.025 0.014 0.035 0.002 

Nomalizated to íNomallzado a) 930 Temper to (Temole a) 650 Cooled in air (Enfiado en aire.) 
0.200 0.880 0.023 0.019 0.472 0.103 0.005 0.041 0.028 0.005 

Nomdizated to Mormalizado a) 930 Temrier to (Temple a) 650 Cooled in atr. (Enüiado en aire.) 
0.130 0.750 0.017 0.016 0.720 0.340 12.500 0.320 

Nomalizado a (Nomalizated 10) 970 Temple a (Temper to) 630 Emfkado en aire (Cooled in air ) 


