
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Late 16 Fracc. Industrial El Trebol 

Slnce 1642 Te~otzotlan, Estado de Mexico C.P. 51600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINT. 70 EN10204 TVPF 3.1) . .- -~ 

ASEGURAMIENTODE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTEICAMOS QUE EL PRODUCTO LISTADO ABAJO FLE DISENADO, FABNCADO Y PROBADO DE ACUERDC CON NUESTRO SlSTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

M 1  598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 - METAi PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED. THREADED AND WELDNG ENDS AP1602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED. 
MSS-SP6I - PRESSURE TESTINGOF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ACOllA08MAA8300000 
(Cddigo) 

Descri~tion 2" Fig. 5202 F UT WCB, API TRlM No.8 830000 

VALVE WlTH LOW EMrSSlON CONTROL (50 P M ' S  M.) (VALWLA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES RlCITIVAS (50 PPM'S MM.) 1 

1 HYDROSTATIC IPSIi 1 450 450 
(HIDROSTATICAI 

N A  N A l  

1 PNEUMATIC PSlI  
mELMATICAI 1 

FACIO-21 RE"" 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURAVCE 

&ica G4rcía 

MECHANICAL TESTS lPRoP MECANICAS) 

TENS YlELD ELG RED BHN 

KPSI KPSl % % 
CW@ IST 2hW 3RD AVG 

75.40 49.01 2 8  5 5  157  

76.27 49.30 3 3  5 2  152 

98.31 71.92 2 8  4 4  275  

CHEMICAL COMPOSITION (%) COMPOSICIÓN QUIMICA (%) 

ITEM HEAT No. M+Zg$\AL 
(PARTE) (COLAOAI 

BODY WHl5469 ASTM A-2i6M'CB 

CUERPO 

BONNET WH19654 ASTMA-216IWCB 
BONETE 

WEDGE 03628 ASTMA-2171~~15 
DISCO 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.208 0.890 0.036 0.020 0.521 0.024 0.176 0.053 0.006 0.003 

Nomalilared lo (Nomalilado a) 930 Tem~er lo (Temole a) 650 Cooled in sir. (Efiado en aire ) 
0.198 0.870 0.028 0.020 0.535 0.046 0.049 0.021 0.022 0.004 

Nomalirated lo (nomahzado a) 930 Temper to (Temple al 650 Cooled in sir. (Efiado en aire.) 
0 .110 0.740 0 .024  0.017 0.920 0.380 12.340 0.032 0 .065  0.003 

Normalizado a (nomaliraled 10) 970 Temole a (Tem~er 10) 630 Enhado en aire. (Cooled in aiil 


