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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURA.MIENT0 DE CALIDAD CERTIFICADO DE CIJMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWNG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTNG API 6D - PIPELNE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDNG AP1600 - STEEL GATE VALVES, FLANGED AND WELDiNG ENDS 
ANSI 816-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDNG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ACOllA08MAA8300000 
(Código) 

Descri~tion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WITH LOW EMlSSlON CONTROL (50 PPM'S M=.) (VALVULA SUMMISTKADA CON CONTROL DE BAJAS 
EMISIONES FtiGIiIVAS (50 PPM'S M.) ) 

I 
PRESSURE TEST 

(PRWEBAS DE PRESION) 

HYDROSTATIC (PSII 
(HIDROSTATICA) 

PNEUMATlC IPSI) 
(NEUMATICA) , 

J 
FACIO-21 REV '3" 

CERTIFICADO POR CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

MECHANICAL TESTS MECAhlCAS) 

?&A# SIDE (LADO)' 

1 2 

TENS YIELD ELG RED BHN 

WSI WSI % % 
CVN@ !Sr 2ND 3RD AVG 

72.36 44.95 2 6  5 0  154 

77.72 42.27 3 3  4 8  1 5 3  

99.18 70.32 24 4 8  270 

CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) 

450 450 N A  N A  

80 80 
, 

ITEM HEATNo. ?%Y:"" (PARTE1 (COLADA1 
BODY WK22086 ASTM A-216IUICB 

CUERPO 

BONNET WH19422 ASTM A-216fWCB 

BONElE 

WEDGE D2538 ASTMI\-2171~~15 
DlSCO 

C Mn P S Si Ni Cr Mo V Cu Cb 
0.192 0.920 0.021 0.020 0.401 0.022 0 . 0 4 6  0.020 0.035 0.004 

Nomalizated [o (Nomalilado a) 930 Temoer to (Temde a) 650 Cooled in ali. ( € h a d o  en aire.) 

0.196 0.876 0.024 0.016 0.443 0.043 0.044 0.017 0.022 0.002 
Nomlizated ta (Nomalirado a) 930 Trm~ei  to (Temrile a) 650 Cooled m a i r  (Enhado en aiie.1 
0.100 0.710 0.017 0.019 0.870 0.470 12.320 0.020 0.023 0.001 

Nomalirado a (Nomalirated 10) 970 Temole a (Temoer [o) 630 Enbiado en aire. (Cooled in sir 


