
.:+ Industrial de Valvulas, S.A. de C. V. (Numero)  N u m b e r  
Av. de La Industria Lote 16 Fracc. Industrial El Trebol (Fecha)  Da te  

OUALITY ASSUI2ANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10204 TYPE 3.1) 

ASEGURAiMIEXTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWNG STANDARDS LAST EDlTlON 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALlDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SICUENTES 

ESTANDARES ULTIMA EDICION.) 

- VALVE MSPECTION AND TESTING 
-METAL PLUG VALVES - FLANGED, THREADED AND WELDING 

- PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
- STEEL CATE VALVES, FLANGED AND WELDING ENDS 

ANSl B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-II - FORGED FITTINGS, SOCKET - WELDMG AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. ACOllAO8MAA8300000 
(CUdiga) 

Descr io t ion  2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripci6n CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FLXDIDO CLASE 150) 
1 H Y D R O S T A T I C  IPSI)  1 450 450 N A  N A  

(HIDROSWTICA) 

P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

SHELL 

VALVE WTiA LOW EMlSSlON CONTROL (50 PPM'S MA..) IVALVULA SCMINISTUDA COY CONTROL DE BAJAS 
E~MISIONES FUGT~NAS (50 PPM'S M&..) ) P N E U M A T I C  (PSI) 

(KEUMATICA) 
80 80 

L 

y&# 

ITEM HEAT No. Mzi,TgM\AL 
(PARTE1 ICOLADAI 

CUERPO 

RONNET WH19469 &STM A-116NICB 
BONETE 

WEDGE ~ ~ 8 1 6 0 2  ASTMA-217lCAIS 

DISCO 

SIDE (LADO: 

1 2 

MECHANICAL TESTS MECAMCAS) 

CHEMICAL C O M P O S l T l O N  (%) COMPOSICION QUIMICA (%) 

BODY WH21800 ASTM A-2IóIWCB 1 0.191 0.980 0.015 0.028 0.478 0.062 0.050 0.060 0.031 0.008 1 79.61 41.91 35 45 163 
C M n  P S S i  Ni  Cr V C b  M o  C u  

Nomalizated to iNomalizado a) 930 Temeer to íTemele al 650 Cooled in air. (Enfiado en aire.) 
0.207 0.935 0.025 0.030 0.472 0.047 0.055 0.019 0.026 0.003 

Nomidizated to Mormalizado al 930 Trm~er to (Temele al 650 Coolcd in air (Enfiado en aire.) 
0.139 0.687 0.028 0.014 0.681 0.089 13.280 0.005 0.014 0.026 

Normalizado aíNomdizated to) 970 Temele a (Temper lo1 630 Enhado en aire (Cooled in air 1 

TEXS YlELD ELG RED BHN 

KF'SI KPSi % % 
CWC3 IST 2 hW 3RD AVG 

71.92 40.89 30 52 151 

97.59 71.78 25 40 300 


