
:i: Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

Siccc 7 E 4 2  Tepotzotlan, Estado de Mexico C.P. 54600 

(Numero) Number V10C17269 
(Fecha) Date u 18111/2010 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10201 TYPE 3.1) 

ASEGUR4MIEXTO DE CALIDAD CERTIFICADO DE CCMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWNG STANDARDS LAST EDITION: 
(CERTIFICMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NLIESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTTNG APl6D - PlPELlNE VALVES - CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLAN'GED. THREADED AND W L D I N G  API 600 - STEEL CATE VALVES FLANGED AND WELDNG FNDS 

P a d  No. AC011AO8MAA8300000 
(Código) 

Descriotion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE W T B  LOW EMlSSlON CONTROL (50 PPM'S MA..) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITNAS (50 PPM'S MAX.) ) 

I SIDE ( L A D O I ~  

1 2 

PACIO-21 REY "3" 

CERTIFICADO POR. CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QLIALITY ASSURANCE 

HYDROSTATIC (PSI) 
(HIDROSTATICA) 

PNEUMATIC (PSI) 
( N E M T I C A )  . 

MECHANICAL TESTS iPRoP MECANICASI 

450 450 N A  N A  

80 80 
/ 

TEXS YIELD ELG RED BHX 

W S I  W S I  % % 
c m @  IST 2ND 3RD AVG 

77.00 46.40 28 47 152 

72.50 43.34 29 49 166 

99.62 69.89 23 41 300 

CHEMICAL COMPOSITION (YO) c o ~ ~ o s r c i ó ~  QUIMICA (%) 

ITEM HEAT No. M$Af&\AL 
(PAKTEI (COLADA) 

BODY WHl9907 ASTM A-216WCB 

CUERPO 

BONNET W22344 ASTM A-216IWCB 
BONETE 

WEDGE W81740 ASTMA-2IIICAII 

OlSCO 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.190 0.900 0.029 0.017 0.489 0.037 0.072 0.020 0.006 0.004 

Nomalizated to Mormalizado a )  930 Temper to (Temple a l  610 Cooled in alr. (En3iado en aire,) 
0.201 0.897 0.026 0.01 1 0.479 0.006 0.044 0.021 0.031 0.004 

Nomaliratcd to íNomalirsdo al 930 Temrier to (Tem~le a) 650 Cooled !n air. (Enfriado en aire.! 
0.133 0.776 0.025 0.009 0.567 0.106 13.700 0.023 0.021 0.012 

Nomalizado a iNomalizated lo) 970 Temple a (Temocr 101630 Cooled in aii. (Enhiado en aire.! 


