
.i Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

S;i:cc 7842 Te~otiotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING T O  EN10204 TYPE 3.1) 

A S E G I J R A M I E N T O  D E  C A L I D A D  C E R T I F I C A D O  D E  C U . M P L I M I E N T 0  
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING T 0  OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FüE DLSENADO, FABRICAW Y PROBADO DE ACERDO CON NüESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND W L D I N G  
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES 
ANSl 816-34 - VALVES - FLANGED, THREADED AND W L D I N G  ENDS 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

Part No. ACOllA08MAA8300000 
(Codigo) 

Descri~tion 2" Fig. 5202 F UT WCB, API TRlM No.8 830000 
Descripcion C A S T  STEEL G A T E  V A L V E  150 C L A S S  

( V A L V C L A  C O M P U E R T A  D E  A C E R O  F ü N D I D O  C L A S E  150) 

API 6 D  - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 

WELDING AND EXTENDED - BODY ENDS 

1 HYDROSTATIC lPS0 1 450 450 
(HIDROSTATICA) 

N A  N A  

PRLSSCRE T E S T  
PRI rii\? DF PRF,IG\ 

FAClQ-21 REY'  

CERTIFICADO POR. C E R T I F I E D  B Y  : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

SHt.1.I. 
C \,('O 

VALVE WITH LOW EMlSSION CONTROL (50 PPM'S M.) (VALWLA SUMINrSTrUDA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S m..) ) PNEUMATIC í P S I )  

WCUATICA)  
80 80 

, SlDF !.Uu 
I 

[ M E C H A N I C A L  T E S T S  IPROP MECANICASI 

T E N S  Y I E L D  E L G  R E D  B H N  

KPSI KPSi % K 
C W ~  IST 2ND 3RD AVG 

74.24 47.13 26 49 168 

72.06 39.58 32 47 151 

107.15 72.79 30 53 286 

CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) 

ITEM HEAT No. M$AgE&AL 
IPARTEI (COLADA1 

BODY m 4 9 3 7  ASTM A-216IWCB 
CUEXPO 

BONNET WH23368 ASTMA-216IWCB 
BONFrr 

WEDGE WH81805 ASTM A.217lCAIS 

DISCO 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.216 0.908 0.023 0.008 0.480 0.015 0.027 0.013 0.030 0.009 

Nomalizated lo (Nomalizado a) 930 Temperfo (Temole a) 650 Cooled in air  (Enüiado en aire.) 
0.198 0.922 0.028 0.033 0.482 0.010 0.025 0.046 0.027 0.001 

Nomalilated lo (Nomalizado a) 930 Temper to (Temple a) 650 Cooied in ir. (Enhado en &el 
0.123 0.776 0.019 0.003 0.556 0.1 18 13.040 0.028 0.019 0.001 

Normalizado a (Nomal>zated iol970 Temple a (Trmoer rol 630 Cooled in ir. (Enfiado en aire.) 


