
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING AP1600 - STEEL CATE VALVES, FLANGED AND WELDWG ENDS 
ANSIB16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDWG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ACOllA08MAA8300000 
(Códrgo) 

Descri~tion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripcion CAST STEEL CATE VALVE 150 CLASS 

(VALVCLA COMPUERTA DE ACERO FWDIDO CLASE 150) 
VALVE W m H  LOW EMISSION CONTROL (50 PPM'S M=.) (VALVULA S U M M I S T U D A  CON CONTROL DE BAJAS 
EMISIONES FUGmIVAS 150 PPM'S MAX.) ) 
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KPSl KPSl % 
cwa i s r  2 m  ~ R D  AVG 

81.20 38.72 38 57 153 

74.53 57.85 31 58 159 

98.31 71.20 25 43 271 

CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) 

ITEM HEAT No. MATER~AL 
I P ~ T E I  ICOUDA) IASTMI 

BODY WH21324 ASTMA-216AVCB 
CUERPO 

BONNET WH1yj77 ASTMA-216AYCB 
BONETE 

WEDGE D242Y A S T M A - 2 1 7 1 ~ ~ 1 5  
DISCO 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.217 0.955 0.027 0.019 0.435 0.047 0.049 0.017 0.016 0.003 

Nomdizated to (Nomalirado al 920 Temper l o  (Temple a l  650 Cooled in air (Enfiado en aire 1 
0.219 0.907 0.028 0.013 0.492 0.047 0.053 0.021 0.037 0.003 

Temper to (Temole a) 650 Nomalizated l o  (Nomdilado a l  920 Cooled in air (Eninado en aire l 
0.100 0.780 0.017 0.015 0.910 0.064 12.520 0.020 0.055 0.002 

Nomalizada a (Nomalizated lo )  970 Temple a (Temper tol 630 Enfiado en a t e  (Caoled in airl 


