
WALWORTH 
4 '  Industrial de Valvulas, S.A. de C. V. . , 

Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
SNlce 7 842 Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
lACCORDlNG TO EN10204 TYPE 3.11 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SICUTENTES 
ESTANDARES ULTIMA EOICION.) 

AP1598 - VALVE INSPECTION AND TESTWG API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VAL\iES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSl 616-34 - VALVES - FLANGED, THREADED AND WELDWG ENDS 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES 

P a r t  No. ACOllA08MAA8300000 
(Código) 

Descriotion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripcion CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WITEI LOW E.MISSION CONTROL (S0 PPM'S MAX.)(VALWLA SUMMISTMDA CON CONTROL DE BAJAS 
EMISIONES FUGíírVAS (50 PPWS MAX.) J 

- COMPACT STEEL GATE VALVES - FLANGED, THREADED. 
WELDING AND EXTENDED - BODY ENDS 

1 HYDROSTATIC  <PSI> 1 450 450 N A  N A l  
(HIDROSTATICA) 

PRESSURE T E S T  
(PRUEBAS DE PRESION) 

1 PNEUMATIC <PSIl  
MLIMATICAI 1 

SC,fL,y 

CERTIFICADO POR CERTIFIED BY: 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

MECHANICAL TESTS mCmlCAS¡ 

I 
PACIO-21 REY' 

?&$$ SIDE (LAWJ 
1 2 

TENS YIELD ELG RED BHN 

KISl KISL % % 
Cm@ IST iND 3RD AVG 

77.43 48.86 37 5 1 153 

77.14 45.96 33 54 155 

97.44 72.36 27 44 277 

C H E M l C A L  C O M P O S I T I O N  (%) COMPOSICION QUlMlCA (%) 

ITEM HEAT No. MATERIAL 
(PARTE) ICOLADAI (ASMI 

BODY WH21833 ASTM A-2c67NCB 

CUERPO 

BONNET WH20078 ASTMA-2I6NCB 
BONETE 

WEDGE D3668 ASTM A-217ICAIS 

DISCO 

C M n  P S Si Ni C r  M o  V C b  C u  
0.207 0.900 0.028 0.017 0.529 0.049 0.069 0.025 0.020 0.006 

Normalizared to (Normalizado a) 920 T r m ~ e r  to (Temole a) 650 Cooled in aii. (Enfiado en aire 1 
0.194 0.861 0.023 0.018 0.436 0.027 0.051 0.041 0.030 0.002 

Normalirated to (Nomaltzado a) 920 Temoer lo (Trm~le a) 650 Cooled in air (Enhado en aire.) 
0.130 0.900 0.023 0.013 0.800 0.450 12.410 0.017 0.052 0.002 

Normalizado a (Nomalizated lo) 970 Temple a (Temoer rol 630 Enfiado en alre (Cooled in air)  


