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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3 1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLlMIEhTO 
WE CERTIFY THAT THE PRODUCT LlSTED BELOW WAS DESIGNED MANUFACTURED AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACüERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN LNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSl B16-IO - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI BI6-11 - FORGED FITTINGS. SOCKET - WELDING AND THRFADFD 
ANSl B16-34 
MSS-SP61 

- VALVES - FLANGED, THREADED AND WELDING ENDS 
- PRESSURE TESTING OF STEEL VALVES 

Part No. ACOllA08MAA8300000 
(C6diga) 

Descriotion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 

API 602 
. ~~ 

- ~~~.~ 
COMPACT STEEL GATE VALVES - FLANGED, THREADED. 
WELDING AND EXTENDED - BODY ENDS 

1 HYDROSTATIC (PSIi 1 450 450 N A  N A l  
(HDROSTATICA) 

PRESSURE TEST 
(PRUEBAS DE PRESIOh, 

VALVE WlTB LOW EMlSSlON CONTROL (SO PPM'S M.) (VALVULA S U M I N I S T U D A  CON CONTROL DE BAJAS 
EMISIONES FGGITNAS (50 PPM'S m x . )  ) PNEUMATIC (PSI) 

(NEUMATICA) 1 80 80 

1 MECHANICAI. TESTS (PROP ECAfiICASI 1 

T ,  1 ?SE% ( SIDE íLAD01 

1 2 

I 
~ ~ --.-- 

J 
1 CHEMICAL COMPOSITION I%) COMPOSICI~N QUlMlCA (%l 1 TENS YlELD ELG RED RHN 

CERTiFlCADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSCRANCE 

- 

KPSl KPSI % % 
CW@ IST 2ND 3RD AVG 

71.48 38.71 30 53 153 

73.37 42.20 28 52 155 

107.15 72.79 30 53 286 

I ~, . . 

T E  HEAT No. MATERIAL 
(PARTE) (COLADA1 1 A S N  

BODY WH15834 ASTMA.216AVCB 
CUERPO 

BONNET WH22037 ASTMA-ZI6AVCB 
BONETE 

WEDCE WH81805 ASTMA-2171CAII 
DISCO 

C Mn P S Si Ni Cr Mo V Cu Cb 
0.207 0.861 0.024 0.013 0.452 0.044 0.041 0.022 0.008 0.001 

Nomalizated lo (Nomalilado a) 930 Temoer lo (Temole a) 650 Cooled in air (Enfriado en aire 1 
0.205 0.927 0.022 0.013 0.449 0.021 0.046 0.041 0.029 0.004 

N~malizated 10 (Normalizado al 930 Temoer lo (Temole a) 650 Cooled in a i r  (Enfriado en aire.) 
0.123 0.776 0.019 0.003 0.556 0.118 13.040 0.028 0.019 0.001 

Nomalirado a (Nomalirated !o1970 Tern~le a(Temoer 10) 630 Cooled in air (Enfriado en aire1 


