
<*,, Industrial de Valvulas, S.A. de C. K 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

Since 7642 Te~otzotian. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ICCORnlNCTO FNlO201TVPF 311 

~~ 

ASEGIIRAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO ~ ---..-- ~~ ~ ~ - - -~ ~~ ~~~ ~ ~ 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDTNG TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN íN ONE OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO F E  DISERADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELME VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDíNG ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSl B16-1 I - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP6I - PRESSURE TESTTNG OF STEEL VALVES 

Part No. ACOllA08MAA8300000 
(Código) 

Deseri~tion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FLNDIDO CLASE 150) 
VAL= WITB LOW EMLSSlON CONTROL (58 PPM'S M.) ( V A L W U  SUMWLSTUDA CON CONTROL DE B M A S  
EMISIONES FUCITNAS (50 PPM'S 124Y.l 1 

- COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

I  HYDROSTATIC IPSI) I 450 
(HTDROSTATICA) N A l  

PRESSURE TEST 
(PRUEBAS DE PRESION) 

1 PNEUMATIC (PSI) 
NElJMTICAI 

80 1 

SC,fL,4 (.&$E SIDE (LADO) 

1 2 

MECHANICAL TESTS MECAN'CAS) 

TEXS YlELD ELG RED BHN 

KPSI KPSI 7 s  % 
2ND 3RD AVG CVNiBI IST 

71.78 50.90 29 56 162 

72.94 45.82 36 5 1 162 

99.04 68.73 22 45 296 

FACIO-21 RE" 

CHEMICAL COMPOSITION (%) COMPOSICIÓN QUlMlCA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMlENTO DE CALIDAD QCALITY ASSURANCE 

ITEM HEAT No. MATERIAL 
(PARTE1 (COLADA1 (ASTMI 

BODY WH20075 ASTMA-2I6RVCB 
CUERPO 

BONNET M 2 2 4 1 6  ASTM A-2I6NCB 
BONETE 

WEDGE M 8 1 7 3 7  ASTMA-2171CA15 

DISCO 

C Mn P S Si Ni Cr Mo V Cb CU 
0.206 0.852 0.035 0.019 0.548 0.021 0.046 0.040 0.011 0.003 

Nomalizated ro íNomalllado a) 930 Temper to ITem~le al  650 Cooled in air ( € f i a d o  en aire.) 
0.190 0.987 0.025 0.011 0.445 0.017 0.041 0.011 0.045 0.002 

Nomalizated to fNomalizado a) 920 Tempcr to ITemriIe a) 650 Coolcd in air  (Enfriado en aire.) 
0.132 0.621 0.021 0.009 0.569 0.100 13.570 0.018 0.050 0.027 

Normalizado a (Nomalizated to) 970 Temple a (Temper to) 630 Enfriado en aire. (Cooled in airl 


