
+ Industrial de Valvulas, S.A. de C. K 
Av. de La Indusbia Lote 16 Fracc. Industrial El Trebol 

Since 3 64 2 Teootzotlan. Estado de Mexico C. P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING T O  EN10204 T Y P E  3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY TRAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQUIREMENTS GlVEN M ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QüE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALWAD Y CON REQlJlSlTOS ESTABLECIDOS EN W O  O MAS DE LOS SIGmNTES 

ESTANDARES ULTIMAEDICION.) 

API 598 - VALVE INSPECTION AND TESTíNG API 6D - PlPELINE VALVES - CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED. THREADED AND WELDlNG API 600 - STEEL CATE VALVES, FLANGED AND WELDlNG ENDS 
ANSl B16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FllTINGS, SOCKET - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ACOllA08MAA8300000 
(COdieo) 

D e s c r i ~ t i o n  2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
1 HYDROSTATIC íPSI> 1 450 450 

(HIDROSTATICA) N *  N l i l  

PRESSURE T E S T  
(PRUEBAS DE PRESION) 

VALVE WITB LOW EMlSSlON CONTROL (M PPM'S M*X.)(V&LWLA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S M.) 1 1 PNEUMATIC (PSI) 1 80 80 1 

SHELL 

CERTIFICADO POR CERTIFIED BY : 
ASEGURAMLENiO DE CALLDAD QUALlTY ASSURASCE 

SIDE (LADO) 

1 2 

I (NELUTICA) I J 
MECHANICAL TESTS CpRoP MECANICAS) 

TEYS YIELD ELG RED BHN 

WSI WSl  Ya % 
CW@ IST 2M1 3RD AVG 

83.67 45.97 33 4 1 158 

80.62 40.31 29 47 161 

99.18 70.76 27 46 271 

C H E M I C A L  COMPOSITION (%) COMPOSICION QUlMlCA (%) 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA1 (ASTMI 

BODY WH17707 ASTM A-216WCB 
CUERPO 

BONNET WH23402 ASTMA-2I6IWCB 
BONErE 

W E D G E  D2558 ASTM A - Z I ~ I C A I I  
DISCO 

C M n  P S S i  Ni C r  C u  V Mo C b  
0.192 0.860 0.033 0.011 0.427 0.019 0.038 0.036 0.005 0.005 

Nomalizated to (Nomalizado al  930 Ternoer to (Ternole a) 650 Cooled in alr. IEnfnado en aire.) 
0.201 0.940 0.028 0.018 0.540 0.013 0.021 0.022 0.043 0.002 

Nomalizated to (Nomalilado a) 930 Temoer lo (Temole a) 650 Cooled m a". I E ~ a d o  en aire.) 
0.100 0.850 0.020 0.013 0.960 0.480 12.360 0.018 0.055 0.002 

Normalizado a INomalizsted lo) 970 Temole a ITemoer to) 630 Enfiado en aire. ICooled in air)  


