
WALWOR 
Industrial de Valvulas, S.A. de C. Y rH '' Av. de La Industria Lote 16 Fracc. industrial El Treboi 

Sinse 1642 Te~otzotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO ENl07.M TYPE 3.1) 

ASEGLIRAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LlSTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWNG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQLnSITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTlON AND TESTTNG AP16D - PlPELíNE VALVES - CATE, PLUG, BALL AND CHECK 
API S99 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING AP1600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITITNGS. SOCKET - WELDíNG AND THREADED 
ANSl 816-34 - VALVES - FLANGED, THREADED AND WELDíNG ENDS 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

Part No. ACOllA08MAA8300000 
(Código) 

Descri~tion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripcion CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

API 602 
, ~~ -~ ~ ~- - ~~~~ 

COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

1 HYDROSTATIC iPSli 1 450 450 
(HDROSTATICA) N A  N A ~  

VALVE WITH LOW EMlSSlON CONTROL 150 PPM'S MAX.) (VALVULA SGMMISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (50 ??M'S MAX.) ) 1 PNEUMATlC IPSI) 1 80 80 1 

J 
FACIO-21 REY 'Y 

CERTIFICADO POR CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

~p 

MECHANICAL TESTS CPRoP MECANICAS) 

TENS YlELD ELG RED B W  

KPSl KPSl % % 
CW@ IST 2ND 3RD AYG 

82.21 47.27 27 56 150 

74.24 45.39 27 47 164 

99.18 70 17 24 47 269 

CHEMICAL COMPOSITION (Yo) COMPOSICIÓN QUlMlCA (%) 

ITEM HEAT No. MATERIAL 
(PARTE1 ICOLAUAI IASTMI 

BODY WH17708 ASTM A216iWCB 
CUERPO 

BONNET WH22390 ASTM A-216iWCB 
BONETE 

WEDGE DI838 A S T M A - ~ ~ ~ I C A I I  

C Mn P S Si Ni Cr Mo Cu V Cb 
0.196 0.989 0.031 0.022 0.415 0.050 0.078 0.016 0.005 0.001 

Nomaiizalrd lo Momalizado al 930 Tem~ei to (Tem~le a1 650 Cooled in air. (Enhado en aire ) 
0.190 0.915 0.028 0.017 0.540 0.024 0.039 0.037 0.037 0.005 

Nomaiilared to (Nomalilado a) 920 Trmper to (Temole a) 650 Cooied in air (Enfiado en aire.) 
0.090 0.740 0.016 0.015 0.920 0.210 12.560 0.023 0.049 0.002 


