
Industrial de Valvulas, S.A. de C. V. 
Av. de Lri Industria Lote 16 Fracc. Industrial El Trehol 

, ,. , ', ., . < .:>=. Te~otzotlan. Estado de Mexico C.P. 54600 

(Numero)  N u m b e r  
(Fecha) Da te  

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCOKDINGTO ENIO204TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY TllAT THE PRODllCT LISTED BELQW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING r O  OlJR OUA1.ITY SYSTEM AND REOUIREMENTS GlVEN IN ONE OR MORE OFTHC 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DECALIDAD Y CON REQUISI'TOS ESIABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDlCl0N.I 

API 598 - VALVE MSPECTION AND TESTING API 6D - PlPELlNE VALVES - CATE, PLUC, BALL AND CHECK 
AP1599 - MFTAL PLUG VALVES - FLANGED, THREADED AND WELDING AP1600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-II - FORGED FITTINGS, SOCKET - WELDMG AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED, THREADED. 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. ACOllA081MAA8300000 
(Cádigo) 

D e s c r i ~ t i o n  2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WlTH LOW EMlSSlON CONTROL (M PPM'S MiVLl (VALVULA SUMINISTRADA CON CONTROL DE B U A S  
EMISIONES FUGITIVAS 1% PPM'S U) ) 

(PRUEBAS DE PRESION) 

H Y D R O S T A T I C  IPSI)  
(HIDROSTATICA) 

P N E U M A T I C  IPSI)  
iNEUMATlCAI 

MECHANICAL TESTS (PROP. MECANICASI 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUlMICA (%) 1 TENS YlELD ELG RED BHN 1 
KPSl KPSl % % 

C V N ~  IST 2ND 3RD AVG 

74.24 46.98 28  4 8  152 

44.66 73.37 2 6  4 8  163 

100.49 69.31 2 4  4 7  2 7 8  

ITEM HEAT No. M+&I'AL 
(PARTE) (COLADA1 

BDDY WH22M8 ASTM A-~IOIWCB 
CUERPU 

BONNET WH7525 A S N  A-216iWCB 
BONETE 

WEDGE D3239 ASTM A-217ICAII 
DISCO 

C M n  P S Si Ni Cr M o  C u  V C b  
0.201 0.850 0.028 0.014 0.470 0.006 0.022 0.014 0.023 0.005 

Normalizated to (Normalizado a)  930 Tem~er fo (Temole al 650 Enfriado en a h .  (Cooled in airl 
0.202 0.906 0.021 0.023 0.438 0.020 0.020 0.010 0.040 0.001 

Normalizated l o  (Nomializado a) 930 Tem~er to (Tem~le al 650 Cooled in a". (Enmado en aire.) 
0.090 0.820 0.013 0.010 0.950 0.025 12.680 0.042 0.035 0.001 

Normalizado a (Nomializated to) 970 Tem~le a (Temoer toi 630 Enfriado en aire ICooled in airl 


