
Industrial de Valvulas, S.A. de C. V 
A1: de La Industria Lote 16 Fracc. Industrial El Trebol 

<.<.;-..> . ,  , :5> , : , ,>  . , ,  . Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10204 TYPE 3.1) 

ASEGURAMIENTO D E  CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODLJCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSI'EM AND REQUIREMENTS GlVEN IN ONF OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DISENAW. FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API S98 - VALVE INSPECTION AND TESTMG AP16D - PlPkLlNE VALVES - CATE. PLUG, BALL AND CHECK 
API S99 - MITAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE T O  FACE AND END TO END DlMENSlONS O F  VALVES ANSIB16-11 - FORGED FI'ITINGS, SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED. THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURETESTING O F  STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. ACOllA08MAA8300000 
(C6dipo) 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 Deser io t ion  

Dncnpci6n C S T  STEEL CATE VAL\'K 150 CI  . \SS  
(VA1.VII.A CO\IPCERTA DE ACERO FUSDIDOCLASE 1501 

VALVE W H  LOW EMlSSlON CONTROL (SO PPM'S M.) (VALVULA SUMINISTRADA CON CONTROL DE W A S  
EMISIONES FUGITIVAS 1.W PPM'S MAT) ) 
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TENS W E L D  E L C  RED BHN 

KPSl KPSI % va 
2ND 3RD AVC m e  IST 

79.61 50.32 3 2  5 4  161 

85.55 49.01 3 2  4 9  152  

98.31 67.72 3 2  43 2 3 7  
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C H E M I C A C  C O M P O S I T I O N  (Yo) COMPOSlCI6N QUIMICA (%) 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA) (ASTMI 

BODY WHZ1980 ASTMA-216lWCB 
CUERPO 

BONNET WH15557 ASTMA-216MB 
BONETE 

WEDGE WH81243 ASTM A117ICAIS 
DISCO 

C M n  P S Si N i  C r  M o  C u  V C b  
0.216 0.976 0.022 0.021 0.460 0.069 0.042 0.021 0.025 0.006 

Normalirated lo (Nomalilado al 930 Tem~er lo (Ternole a) 650 Cooled in a". (Enfriado en aire.) 

0.212 0.911 0.032 0.012 0.469 0.040 0.053 0.022 0.018 0.002 
Nomializaled lo (Normalizado al 930 Tcwer 10 Vcm~le a) 650 Cooled in a". (Enfriado en aire.) 

0.130 0.854 0.020 0.002 0.451 0.074 13.100 0.014 0.017 0.001 
Nomalizado a (Nomalirated m1 970 Temple a fiernwr lo) 630 Enfiado en aire. (Cooled in air.) 


