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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMP1,IMIENTO 
WE CERTIFY THAT THE PRODUCT LlSTED BEIDW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING 'TO OUR QUALITY SYSTEM AND REQlllREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWMG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE U)S SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

APi 598 - VALVE INSPECTION AND TESTING AP16D - PIPELINE VALVES -CATE. PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEEL CATE VALVES. FLANGED AND WELDING ENDS 

MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES 

Part No. ACOllA08MAA8300000 
(Código) 

Dese r in t inn  2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
- 

Des;npcion C h S T  STEEI.  CATE \'..\L\'L l50CI..\SS 
(\'.AL\'CLA C O h I P U t R l A  DI: ACERO I'CNDIDO CI..ASE 150) 

VALVE WlTH LOW EMISSION CONTROL (M PPM'S M.) ( V A L V U U  SUMWISTRADA CON CONTROL DE BAJAS 
EMISIONES BUCITNAS (9 PPM'S MAX.) ) 

ITEM HEAT No. MATERIAL 
(PARTE) (COUDAI (ASTMl 

BODY WH21278 ASTMA-216IWCB 
CUERPO 

BONNET WH19469 ASTM A-216IWCB 
BONETE 

WEDGE WH81612 @TMA-217ICAIS 
DISCO 

,\SS1 Hl6- l  l tOKi ik l>  tll . l  l\GS S o C K t  I - WFI I)IYG .A\¡> IIIKF.;\I>EI> 
AI'I ~ r :  - C O U P \ C I  SI t b ~  G.\I  t v.\I.\'Fs - t~ , \ \ G ~ I ) . ~ H R E A D E D .  

\VI  I.I>INü 4YD CXrtVI>CD - BODY I:VDi 

1 HYDROSTATIC <PSIi 1 450  450  N A  N A l  
(HIDROSTATICAI 

PRESSURE TEST 
(PRUEBAS DE PRESION) :&$# SlDE (UEOI 

1 2 

Normalizado a (Normalizated 10) 970 Temole a (Ternoer 10) 630 Coolid in air (Enhiado en aire.) I 

MECHANICAL TESTS MECANICAS) 

FACIO-21 REV 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUlMICA (%) 

C P S Ni V Mn s i  Cr M0 CU Cb 
0.189 0.835 0.028 0.012 0.447 0.040 0.043 0.022 0.008 0.004 

N o m a l ~ t e d  to (Normalizado a) 930 Temoer 10 (Temole al 650 Cwled inair. (Enfriado en aire.) 
0.207 0.935 0.025 0.030 0.472 0.047 0.055 0.019 0.026 0.003 

TENS YIELD E L G  RED BHN 

KPSl KPSl O/. % 
Cm6 iST 2ND 3RD AVG 

78.45 44.57 30 47 151 

71.92 40.89 30 52 151 


