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(Numero)  N u m b e r  
(Fecha)  Da te  

OUALITY ASSURANCE CERTIFICATE OF COMPLIAKCE 
(.\CCORDIYG TO E\IO?W T I  PL 3 I l  

.ASEGLRA\IIES 10 DI CAI . I I ) .~ I )  CLRTIFIC.\DO DE c c n w L I \ I I I - \ ' I o  
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANWACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUEST? SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING AP16D - PPELINE VALVES - GATE, PLUG. BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED. THREADED AND WELDING AP1600 - STEEL GATE VALVES. FLANGED AND WELDING ENDS 

MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

A\S1 H16-I 1 - FORIiED FKTR'( iZ  SOCKET - WFI.DI\G A\DTHREADCD 
.%l'I hO? -COMPA('T STCEL (i.4TC VALVES - FLAJGED. THRCADED. 

\VEI.I>ING \ h l >  1.X I bNI>I:l> - 1101)Y li\l>S 

Part No. AC041A08MAA8300000 I 

\ 

SHELL (cAscol ?&$# SIDE ~ 1 '  
1 2 

450 450 N A  N A  

80 80 
, 

(Código) 
4" Fig. 5202 F UT WCB, API TRIM No.8 830000 D e s c r i ~ t i o n  

DercripcMn CAST STEEL CATE VALVE 150 CLASS 
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

VAL= WlTH LOW EMlSSION CONTROL (M PPM'S M . )  WALWLA SUMINISTRADACON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S MAX.~ ) 

J 

P R E S S U R E  (PRUEBAS DE PRESION) TEST 

H Y D R O S T A T I C  (PSI) 
(HIDROSTATICA) 

P N E U M A T I C  (PSI) 

FACIS21 REV "3" 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTU DE CALIDAD QUALITY ASSURANCE 

J w c í a  

\ (NEIIMATICA) 

I MECHANICAL TESTS 

TENS YlELD ELG RED BHN - 
m1 m1 'A % 

2ND 3RD AV0 m@, isr 
75.98 46.25 26 5 1 168 

82.51 40.02 29 48 164 

100.92 69.31 24 44 269 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

ITEM HEATNa M.g&RM>AL 
(PARTE) (COLADA1 

BODY WH5588 ASTM A-2161WC8 

CUERPO 

BONNET WH27660 ASTMA-216RVCB 
BONETE 

WEDGE D2489 ASTM A - 2 1 7 1 ~ ~ 1 5  

C P S Ni V M n  si Cr M 0  CU C b  
0.198 0.896 0.025 0.017 0.494 0.030 0.030 0.010 0.030 0.001 

Nomlirated to (Nomalizado al 930 Temwr to (Temvle al 650 ERóiado en a k .  (Cooled in ak.1 

0.184 0.880 0.026 0.016 0.415 0.008 0.035 0.036 0.014 0.002 
N o m l ' ¡ k d  m i N o d i r a d o  a) 930 Temoer 0 fiemvle al 650 ERóiado en aire. (Coolcd in a i r l  

0.100 0.840 0.017 0.026 0.910 0.650 12.360 0.027 0.045 0.002 


