
Industrial de Valvulas, S.A. de C. V. * WALWOR r".g AV. áe La Industria Lote 16 Fram Indus~rial El TriboI 
(Numero)  N u m b e r  

.., (Fecha) Da te  . .. .. , ::,::;e<;. 7 :,;~z Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO Eh10204 TYPE 3 1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LlSTED B E W W  WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OLiR QUALITY SYSTEM AND REQUIREMENTS GNEN IN ONEOR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE ELPRODUCTO LISTADOABAIO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO ~ISTEMA DE CALIDADY CON REQUISITOS ESTABI.ECIDOS EN UNO O MAS DE ws SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING AP16D - PlPELlNE VALVES -CATE. PLUG. BALL AND CHECK 
API 599 - METALPLUG VALVES - FLANGED, THREADED AND WELDMG APl600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSI 616-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-II - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED. THREADED AND WEUIING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED. 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

P a r t  No. AC041A08MAA8300000 
(C?gO' 4" Fig. 5202 F UT WCB, API TRiM No.8 830000 D e s c r i o t ~ o u  

I)CScnp.,on C 4 S T S T E E L  CATE VAL\ E 150 CLASS 
(VAI.\'UI.A COh1PUERT.k DE ACERO FCNI>IDO CL,\SE 150) 

VALVE WITH LOW EMISSION CONTROL (50 PPM'S M.) (VALVIRa SUfvQNISTR*DA CON CONTROL DE BAJAS 
EMISIONES FUCITIYAS(54 PPM'S M.) ) 

I H Y D R O S T A T I C  (PSI) I 450 

450 
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P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

I MECHANICAL TESTS (PRO? h Q M C A S 1  1 

SHELL Ip.8 
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1 C H E M I C A L  C O h l P O S l T l O N  l./.) COMPOSIC~~N OOMIC.4 ( ' ~ i  1 TENS 11ELD ELG RED BHS 1 . 
m1 m1 % % 

cww ~ S T  ~ N D  3RD AVG 

76.85 45.82 2 6  4 7  169  

82.65 51.04 3 2  5 6  160 

98.89 71.63 2 6  4 5  2 7 3  

1 , ~, . . 

ITEM HEATNo. M . 4 z E . L  
(PARTE) (COLADA) 

BODY WH7615 ASTMA-216rWCB 
CUERPO 

BONNET WH16522 ASTM A-216IWCB 
BONETE 

WEDGE D3618 A S ~ A - 2 1 7 1 ~ ~ 1 s  
DISCO 

C M u  P S S i  Ni Cr M o  C u  V C b  
0.205 0.955 0.018 0.016 0.479 0.040 0.030 0.010 0.020 0.001 

Normalirated to Momlizado al 930 Temoer to CTpmle a) 650 Cwled in air (Enfriado en aiR.1 
0.215 0.900 0.027 0.018 0.461 0.047 0.058 0.023 0.037 0.006 

N o m l k t e d  to (Nomialirado a) 930 T e m r  to fiemle a) 650 Cwled in air. (Enbkdo en aire.) 
0.090 0.900 0.029 0.014 0.900 0.600 12.640 0.027 0.032 0.002 

Nomialirado a (Nomlizated to) 970 Temle a (Temer to) 630 Enfriado en aire. (Cwlcd in a*) 


