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OUALITY ASSURANCE CERTIFICATE OF COMP 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE C E R T W  THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN O N t  OR MORE OFTHE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS M UNO O MAS DE LOS SIGUIEmES 

ESTANDARES ULTIMA EDIC16N.) 

A P I  598 - VALVE INSPECTION AND TESTING APL 6D - PIPELINE VALVES - CATE. PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING APl600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DiMENSlONS OF VALVES ANSlB16-11 - FORGED FIITINGS, SOCKFT - WELDING AND THREADED 
ANSI 616-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 
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S,H,Ek& :,E26 SIDE (LADO)' 

1 2 

450 450 N A  N A  

80 80 
J 

(Código) 
4" Fig. 5202 F UT WCB, API TRIM No.8 830000 Descript ion 

Descripción CAST STEEL CATE VALVE 150 CLASS 
(VALWILA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

VALVE WlTH W W  EMISSION CONTROL (Y) PPM'S MAX.) (VALVULA SLiMlNlSTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (M P P M ~  MAX.) 1 

PRESSURE T E S T  
(PRUER4S DE PRESION) 

H Y D R O S T A T I C  (PSn 
(HIDROSTATICA) 

P N E U M A T I C  (PSII 
(NEUMATlU) 

L 

t MECHANICAL TESTS (PRoP.MECAMwl 

TENS YIELD ELG RED BHN 

WSl KPS, % % 
m e  IST 2ND 3RD AVG 

81.44 48.86 28 45 163 

74.82 42.92 24 45 158 

99.04 70.76 26 44 270 

FACIO-21 REV "3' 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIMTO DE CAUDAD QUALITY ASSURANCE 

&&ka-García 

1 ITEM HEATNo. 
~~~L (PARTE) (COLADA1 

BODY 313655 I~IWCB 
CUERPO 

BONNET WH27731 ASTM A-216iWCB 
BONm 

W D G E  D2584 ASTM A-217ICAI5 
DISCO 

C M n  P S S i  Ni Cr M o  V C u  Cb 
0.230 0.920 0.015 0.001 0.500 0.018 0.120 0.026 0,000 

Normalizated to (Nomialirado al 930 Temwr to flemrile a) 650 Cooled in air (Enñiado en aire.! 
0.203 0.948 0.031 0.025 0.437 0.032 0.015 0.026 0.014 0.004 

Nomlirated to Mormalizado a) 930 Temwr to (Temple al 650 Cooled in air (Edriado en aire.) 
0.120 0.890 0.026 0.011 0.930 0.630 12.360 0.017 0.057 0.002 

Normalizado a (Normalhted t01970 Temvle a (Temoer to) 630 Enfnado en aire. (Cwled in a*) 


