
WBLWBRTH Industrial de Valvulas, S.A. de C.K 
.i Av. de La Industria Lote 16 Fracc. Industrial ElTrebol 
. , j l  . Sjsq;rcy ;as: Teootzotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10104 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTlFY THAT THE PRODUCT USTED B E W W  WAS DESIGNED, MANUFACTURED ANü TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLWWING STANDARDS LAST EDITION. 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENAW. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION 1 

AP1598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE. PLUG. BALL AND CHECK 
U 1 5 9 9  - METAL PLUG VALVES - FLANGED, THREADED ANü WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DGUENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI 816-34 - VALVES - FLANGED. THREADED AND WELDING ENDS APl602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING O f  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

1 

ITEM HEAT No. MATERLAL C M n  P S S i  Ni C r  M o  C u  V 
KPSl KPSl % % 

pmn)  COLADA) (ASTM) C b  1 C W ~  1s-r 2ND 3RD AVG 

BODY WH27549 ASTM AQIóIWCB 1 0.197 0.892 0.029 0.019 0.439 0.009 0.032 0.008 0.032 0.006 1 87.74 46.40 2 8  5 1 153 

P a r t  No. AC041A08MAA8300000 r 
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(Cádigo) 
4" Fig. S202 F UT WCB, API TRIM No.8 830000 Descriiition 

Desrripei6n CAST STEEL CATE VALVE 150 CLASS 
(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

VALVE WTlH LOW EMlSSlON CONTROL (50 PPWS MAX.) (VALVlJI.4 SUMINISTRADA CON CONTROL OE BAJAS 
EMISIONES PUGIWAS (50 PPM'S m.) ) 

CUERPO 

BONNET m 7 5 5 3  ASTMA-216AUCB 
WNEE 

WEDCE D3602 ASTMA-217ICAIS 
DISCO 

MECHANICAL TESTS 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 1 TENS YIELD ELG RED BHN 

P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

HYDROSTATIC (PSII 
(HIDROSTATICA) 

P N E ü M A T I C  (PSI) 
< (NEUMATICA) 

Nomlirated to (Nomiallzado a) 930 Tsomer lo íTemgle al 650 Cwled in a". (Enfriado en aire.) 
0.212 0.973 0.034 0 . 0 2  0.448 0.011 0.038 0.009 0.020 0.006 

Nomlilated to OIomlirado a) 930 T e w r  to (Temgle al 650 Cooled in a". (=do en aM.) 
0.090 0.770 0.021 0.015 0.880 0.850 12.840 0.016 0.023 0.001 

Noml'aada a OIomialirated 10) 970 Temple a (Tsmoer to) 630 %do en aVe. (Cooled in a".) 

80.33 53.36 29  4 8  158 

100.49 69.46 2 8  46  276 


