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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WECERTIFY THAT 7HE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDNG TO OUR Q U W  SYSTEM AND REQUIREMENTS GlVEN M ONE OR MORE OFTHE 

FOLIDWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DISmADO FABRICADOY PROBAD3 DE ACUERDO CON NUESTRO SISTEMA DECALIDADY CON REQUISITOS ESTABLECIWS EN UNO O MAS D t  LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

APL 598 - VALVE INSPECTION AND TESTING AP1 6D - PLPELINE VALVES - GATE. PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEELGATE VALVES. FLANGED AND WELDNG ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DMENSIONS OF VALVES ANSlB16-11 - FORGED F I T N G S ,  SOCKET - W E W M G  AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND W E W N G  ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDNG AND EXTENDED - BODY ENDS 

Part No. AC041A08MAA8300000 
(Código) 

Deseriot ion 4" Fig. 5202 F UT WCB, API TRIM No.8 830000 
k c n p c i ó n  C 4 S r  S r E E I .  CATE VALVE 150 CLASS 

(VAL\'III.A CO\IPULRTA DE C E R O  FL'NDIDOCLASE 1501 
VALVE WITH LOW EMISSION CONTROL 
EMISIONES FUGITIVAS (50 PPM'S M.) ) 

(Y) PPM'S M&%.) IVALVULA SLMINISTRAOACON CONTROL DE BAJAS 1 P N E U M A T I C  (PSI) 
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, 
P R E S S U R E  TEST 
(PRUEBAS DE PRESION) 

H Y D R O S T A T I C  IPSO 
(HIDROSTATICA) 

MECHANICAL TESTS (PROPMEOWIw) 

I CHEMICAL COMPOSITION (76) COMPOSICIÓN QUMICA (%) 1 TENS M E L D  ELG RED BHN 1 

SHELL i&$Z lwco) SiUE (LADO)' 

1 2 

450 450 N A  N A  

ASTMA-216IWCB 75.11 43.21 2 8  
rmalizated io íNo&do a) 930 Temer io (Temgle al 650 

A S m  A-217/CAIS . l o 0  0.730 0.014 0.012 0.960 0.320 12.480 0.050 0.035 0.002 98.89 71.05 25  

mializada a (Nomlimted to) 970 Tem~le a (Te-< to) 630 Enñ%do en aire. (Cwled io air) 

CERTIFICADO POR C E R n m E D  BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 


