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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE - 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT USTED BEUJW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLWWMG STANDARDS LAST EDITION. 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISIIOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDlClON 

API 598 - VALVE MSPECTION AND TESTING AP16D - PlPELlNE VALVES - CATE, PLUG, BALL AND CHECK 
M I  599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES, FLANGED AND WELDMG ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DNENSIONS OF VALVES ANSlB16-11 - FORGED FlTlINGS, SOCKET - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED. THREADED AND WELDMG ENDS AP1602 - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC041A08MAA8300000 
(Cbdigo) 

Descri~tion 4" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
V M  WITH LOW EMISSION CONTROL (9 PPM'S M.) WALVULA S W I S T R A D A  CON CONTROL DE W A S  
EMISIONES FUGITIVAS (50 PPM'S U) ) 

PRESSüRE TEST ?&Jf SlDE (m) 
(PRUEBAS DE PRESION) 1 2 

FACIO-21 REV'3' 

CERTIFICADO POR. CERTiFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

&&iudArcía 

MECHANICAL TESTS (pROPhQCANIuS) 

TENS YlELD ELG RED BHN 

KPSI m1 % % 
m@, IST 2m ~ R D  AVG 

75.54 43.79 26 5 1 154 

74.82 42.92 24 45 158 

98.31 70.90 28 46 275 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT NO. MATERIAL 
(PAFSEI (COLADA) IASTM) 

BODY WHZ5904 ASTM A-216IWCB 
CUERPO 

BONNET W 7 7 3 1  ASTM A-2161WCB 

BONETE 

WEDGE M475 ASTM ASI7ICAIS 
DlSCO 

v C Mn P S Si Ni Cr M0 Cu Cb 
0.199 0.901 0.033 0.025 0.488 0.005 0.039 0.006 0.017 0.002 

Nomialirated to (Nomialirado a) 930 Temoer to (Temole a) 650 M a d o  en 8i.e. (Cooled in a k )  
0.203 0.948 0.031 0.025 0.437 0.032 0.015 0.026 0.014 0.004 

Nomialirated to ( N o d i d o  a) 930 Temocr to Vemole a) 650 Cooled in sir. (Enhrado en aire.) 
0.110 0.750 0.025 0.015 0.920 0.150 12.590 0.015 0.056 0.002 

Nomialirado a B(om1irated to) 955 Temole a (Temer üi) 630 Enüiado so aire. (Cooled ui a".) 


