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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINCTO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTüRED AND TESTED ACCORDMG TO OUR QUALKY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE O F  THE 

FOLLOWING STANDARDS LAST EDlTlON 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO F ü E  DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EOLCION ) 

API 598 - VALVE MSPECTION AND TESTNG API 6D - PlPELlNE VALVES -CATE. PLUC, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEEL GATE VALVES. FIANGED AND WElDMG M D S  - ~ ~- - ~ .~~ ~ ~~ ~ ~~~ .~ ~ 

A\SI HI6-IU - IAC C TO iACC AND TND TO F I B  I>l \ l tXSlOSS O t  V4LVC\ ANSI Blb-I l  - t r ~ K G t l )  FI 1.1 INúS. S(JC'KI T - \\'ELDIN(i AND THREADED 
ASSI HI6-34 - VALVES. FLAUGED. THREADED 4 N D  WEIDING kNI>S P I  602 - COMPACT S I EEL GA'l t. VAL \'FS - FI 4\GED. TIiREN>ED 
MSS-SP61 - PRESSIIRE TESTING O t  S I  t k l .  VA1 VI'S W t l l > l \ G  ,\SI> TXTCUDED - BODY ENDS 

Part No. AC041A08MAA8300000 
(Código) 

Descri~tion 4" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción C A S T  STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA D E  ACERO FUNDIDO CLASE 150) 
VAL= WlTH LOW EMlSSlON CONTROL (M PPM'S M4X.l (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUCITNAS(SO PPM'S M.) ) 
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CERTIFICADO POR CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

~ - -------  ~ 

TENS YlELD E L C  RED BHN 

KPSl KPSl -A % 
2ND 3RD AVG cm14 IST 

75.84 48.87 26 39 155 

80.33 53.36 29 48 158 

100.92 68.44 25 47 271 

1 

CHEMICAL COMPOSITION (76) COMPOSICIÓN QUIMICA (%) 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA) (ASIMl 

BODY WH20928 ASTM A-2 1 6 1 ~ ~ ~  
CUERPO 

BONNET WHZ7553 ASTMA-216IWCB 
BOMTE 

WEDCE D3557 ASTMA-217ICAIS 

DISCO 

C Mn P S Si Ni Cr V M0 CU Cb 
0.198 0.901 0.024 0.008 0.442 0.045 0.077 0.023 0.042 0.005 

Nomialiratd to (Nomialvado a) 930 Tcmper to (Temole a) 650 Cooled in a". (Enfriado en aire.) 
0.212 0.973 0.034 0.022 0.448 0.011 0.038 0.009 0.020 0.006 

Nomdiated to (Nommhdo al  930 Temper to (Temole al  650 Cooled Ui a". (Enfriado en aire.) 
0.120 0.830 0.020 0.016 0.840 0.310 12.230 0.026 0.034 0.002 

NomiaUzado a ~ N o m i a l i t d  lo) 970 Temole a (Temoer to1630 Oiñiado en aire. (Cooled ui a&) 


