
Industrial de Valvulas, S.A. de C. V. (Numero) Number VlOC18741 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol (Fecha) Date 30112/2010 CII 

(ACCORDING TO EN10204 TYPE 3.1) 
P 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTW THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURE0 AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OFTHE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTALUJ ABAJOWE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION ANDTESTING API 6D - PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSl B16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED. 
MSS-SP6I - PRESSURE TESTINGOF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 
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Part  No. AC041AOSMAA8300000 r PRESSURE TEST 
(Cbdigo) 4" Fig. 5202 F UT WCB, API TRIM No.8 830000 Descri~t ion 

Descripción CAST STEEL CATE VALVE 150 CLASS 
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

VALVE WlTH LOW EMlSSlON CONTROL (SO PPMSS M . )  (VALVUL* SUMINISTROA CON CONTROL 9E BAJAS 
EMISIONES FUGITWAS(M PPM'S MAX.1 1 

(PRUEBAS DE PRESIONI 

HYDROSTATIC (PSI) 
(HIDROSTATICAI 

PNEUMATlC (PSI) 

I MECHANICAL TESTS MECANICASI 

\ 
(NEUMKTICA) 

TENS YlELD ELG RED BHN 

S m1 % % 
CVN@ IST 2ND 3RD AVG 

82.51 46.69 33 44 157 

79.46 45.96 29 48 152 

99.18 71.34 26 46 271 

CHEMICAL COMPOSITION (%) COMPOSICION QUMICA (%) 

L /  FACIO-21 REV"3' 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 7 

YOLANDAPONCIANO 

1TEM HEAT No. MATERIAL 
(PARTE) (COLADA1 1ASTMI 

BODY WH18319 ASTMA-lIO/WCB 
CUERPO 

BONNET WH27084 ASTMA-216MB 
BONETE 

WEDGE D2936 ASTM A-2I7ICAIS 

DISCO 

S v c Mn P Si Ni C r  M 0  CU C b  
0.196 0.953 0.030 0.011 0.403 0.019 0.005 0.042 0.005 0.001 

Nomializated lo (Normalizada a) 930 Temppr to (Temple a) 650 Cooled M aUi (Enfriado en aire.) 
0.194 0.902 0.031 0.015 0.480 0.009 0.066 0.005 0.013 0.001 

Noml'mted to RÍomalirado al 930 Temper to (Temple a) 650 Cwled in air (Enfriado en aire.) 
0.130 0.750 0.017 0.016 0.940 0.380 12.080 0.031 0.039 0.001 

Nomializado a Momlaated to) 970 Temole a (Temper to) 630 Enüiado en aire. (Cooled in air.) 
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