
Industi-ial de Valvr<lus, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

<; <:. : . Teootzotlun. Estado de Mexico C.P. 54600 

(Numero) Number  
(Fecha) Date 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO ES10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTLFY THAT THE PRODUCT LlSTED BELOW WAS DESIGNED, MANUFACTURE0 AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDlTlON 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO FABRICADO Y PROBAW DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

M I  598 - VALVE INSPECTION AND TESTlNG AP16D - PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WfLDlNG API 600 - STEEL CATE VALVES, FLANGED AND WELDlNG ENDS 
ANSlB16-10 - FACE TO FACE AND ENDTO END DIMENSIONS OF VALVES ANSIBI6-II - FORGED FITTMGS, SOCKET - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP61 - PRESSURE TESTiNG OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC041A08MAA8300000 
(Código) 

D e s c r i ~ t i o n  4" Fig. 5202 F UT WCB, API TiUM No.8 830000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WTH LOW EMISSION CONTROL (M PPM'S M.) (VALVULA SUMINISTRADA CON CONTROL b E  BAJAS 
EMISIONES BUCITNAS (M PPM'S MAX.1 1 

1 H Y D R O S T A T I C  <PS1> 1 450 450 
(HIDROSTATICAI 

P R E S S U R E  T E S T  SC,F,L,F 
(PRUEBAS DE PRESION) 

P N E U M A T I C  (PSI) l 80 80 
(NEUMATICA) 

SlDE ILaw) 

1 2 

CERTIFICADO POR: CERTlfilED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

MECHANICAL TESTS cPRoP MECAN'CAS) 

TENS YlELD E L C  RED BHN - 
KPSI KPSl % % 

CVN@: IST 2ND 3RD AVG 

74.24 40.75 35 56 157 

75.69 55.54 25 48 169 

76.56 47.42 25 42 169 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSIC~~N QUiMlCA (%) 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA1 1ASTM 

BODY WH19369 ASTM A-ZI61WCB 

CUERPO 

BONNET m 7 6 6 1  ASTM A-216mCB 
B O N m  

wEDGE ~ 3 5 0 3  ASTM A - Z I ~ I W C B  

DISCO 

c Mn P S s i  Ni  C r  M0 CU v C b  
0.210 0.901 0.027 0.003 0.466 0.009 0.040 0.005 0.041 0.001 

Nomalmted to Momlirado a) 930 Temoer to (Temole a )  650 Cooled in air (Enfriado en aire.) 

0.184 0.925 0.020 0.020 0.405 0.016 0.034 0.024 0.021 0.003 
Nomlirated to iNomlirado a) 930 Temper to fTem~le a) 650 Enfriado en aire (Cooled in air.) 
0.200 0.810 0.025 0.019 0.460 0.027 0.092 0.014 0.033 0.004 

N o m l i t e d  to Momluado a) 930 Temper to (Tem~le a) 650 Cooled inair. (Enfriado en aire.) 


