
. Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trehol -. . , . >, , <- , ' ' . '7 , ,:.. .: Tepotzutlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO ~ ~ ~ ~ 

WE CERTLFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDMG TO OUR QUALITY SYSTEM AND REQtilREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE D I S ~ A D O .  FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG. BALL AND CHECK 
AP1599 - METALPLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDMG ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTíNGS. SOCKET - WELDMG AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC041A08MA.48300000 , 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CAUDAD QUALITY ASSURANCE 

VALVE WlTH W W  EMlSSlON CONTROL (50 PPM'S MAX.) (VALVUL* SUMINISTRADA CON CONTROL DE BAJAS 
EMlSIONES FUGITIVAS (.W PPM'S U.) ) PNEUMATIC (PSI) l 80 80 

(NEUMATICA) 

[ MECHANICAL TESTS (PROPMECANICAS) 

SlDE S LA^)' 
1 2 

450 450 N A  N A  

(Código) 4" Fig. 5202 F UT WCB, API TRiM No.8 830000 Descri~tion 
Dscnpcidn CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

PRESSURE TEST 
(PRUEBAS DE PRESIOK) 

HYDROSTATIC IPSI) 
(HIDROSTATICA) 

TENS YlELD ELG RED BHN 

WSI WSl % % 
c m 5  is1 2NO 3RD AVG 

74.53 44.80 26 48 173 

85.41 50.32 32 48 152 

101.06 68.58 25 43 270 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT No. M+,TT&AL 
(PARTE) (COLADA) 

BODY WH7619 ASTM A-2161WcB 
CUERW 

BONNET ~ ~ 2 8 6 0 2  ASTM A-216nUCB 
BONETE 

WEDGE D2477 ASTMA-217IC415 
DISCO 

v c Mn P S Si  Ni CI M0 C U  C b  
0.197 0.898 0.024 0.020 0.487 0.020 0.030 O.oI0 0.040 0.001 

Nomializated lo (Nomlizado a) 930 Temwr lo (Temole a) 650 Cooled in air. (Enfriado en aire.) 
0.186 0.871 0.022 0.010 0.434 0.040 0.033 0.024 0.018 0.001 

Nomiirated m (Nomalizado a) 930 Temwr Lo (Tem~le a) 650 Cooled in air. (Enfriado en aire.) 

0.120 0.830 0.030 0.018 0.940 0.700 12.590 0.025 0.052 0.001 
Nomializado a Momlizated lo) 970 Temple a (Temwr m) 630 Enfriado en aire (Cooled in air.1 


