
Industrial de Valvulris, S.A. de C. V. 
Av.  de La Industria Lote 16 Fracc. Industrial El Trehol 
Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
( A C C O R D I N G ' ~ ~  ~ ~ 1 0 2 0 4  TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTlFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWLNG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCrO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDADY CON REQUISITOS ESTABLECIDDS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING AP16D - PlPELlNE VALVES - GATE. PLUG, BALL AND CHECK 
M I  599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING M I  600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS 
ANSI 816-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC041A08M.4.48300000 I SIDE ( L A ~ I -  

(C6digo) 4" Fig. 5202 F UT WCB, API TRIM No.8 830000 I 2 

CERTIFICADO POR: CERTIFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

D e s c r i ~ t i o n  
Descripcidn CAST STEEL CATE VALVE 150 CLASS 

( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WlTH M W  EMlSSlON CONTROL (Y) PPM'S M.) 1VALVUI.A S U h T N I S T W A  CON CONTROL DE BAJAS 
EMlSlONES FUGITIVAS (50 PPM'S MAX.1 J 

I U 

YOLANDA PONCIANO 

KPSl WSI % % 
CVN@ IST 2ND 3RD A V 0  

85.70 47.13 3 6  5 0  154  

80.33 53.36 2 9  4 8  158 

100.92 69.31 2 4  44 2 6 9  

I 
' ITEM HEAT NO. MATERIAL 

(PAKTEI 1COUDAI lAS1M) 
BODY WH19217 ASTM A-ZIóIWCB 

CUERPO 

BONNET WH27553 ASTMA-216m'CB 
BONETE 

WEDGE ~ 2 4 8 9  ASTM A-ZI~ICAIS 

DISCO 

H Y D R O S T A T I C  (PSI) 
(HIDROSTATICA) 

P N E U M A T I C  (PSI) 

. , 
C S v M n  P s i  N i  C r  M0 CU Cb 

0.211 0.949 0.027 0.024 0.430 0.044 0.074 0.005 0.005 0.001 
Nomlizated to (Normalizado a) 930 Temoer to (Temple al 650 Cooled in air (Enfriado en aire.) 

0.212 0.973 0.034 0.022 0.448 0.011 0.038 0.009 0.020 0.006 
Nomalizated to (Normalizado a) 930 Tem~er to (Temole a) 650 Cooled in air (Enfiado en aire.) 
0.100 0.840 0.017 0.026 0.910 0.650 12.360 0.027 0.045 0.002 

Normalizado a (Nomialilated to) 970 Temole a (Tcmoer tol630 Enfriado en aim. (Cwled in air.) 

450 450 N A  N A  

80 80 
\ 

(NEUMATICA) I 

MECHANICAL TESTS (PROPMECANCAS) 

1 CHEMICAL COMPOSITION (?'e) COMPOSICION QUIMICA (%) 1 TENS YIELD ELG RED BHN 


