
Industrial de Vulvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Febo1 
Teootzotlan. Estudo de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDIKC TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR OUALITY SYSTEM AND REOUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDlTlON 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REOUIFIIOS ESTABL€CIDOS EN UNO O MAS DE LOS SIGUIENTkS 

ESTANDARES ULTIMA EDICION 

AP1598 
API 599 

- VALVE INSPECTION AND TESTING 
-METAL PLUG VALVES - FLANGED. THREADED AND WELDING 

API 6D 
API 600 

ANSlB16-10 - FACE TO FACE AND ENDTO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC041A08MA.48300000 
(Código) 

Descrbtion 4" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripci6n CAST STEEL CATE VALVE 150 CLASS 

(VALWJLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE W T H  M W  EMlSSlON CONTROL (50 PPMiS MAX.) (VALVULA SUMINISTrnA CON CONTROL DE BAJAS 
EMUIONES FUGITIVAS (50 PPM'S MAX.) l 

, 
FACIO-21 REV"Y 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

YOLANDA PONCIANO 

MECHANICAL TESTS (PROP. MECANICASI 

TENS YIELD ELG RED BHN 

m1 KPSl % % 
miv I SI ~ N D  JRD AVC 

76.56 45.24 32 4 2  159  

75.11 43.21 2 8  4 7  1 64 

100.20 68.88 2 4  4 7  273  

CHEMICAL COMPOSlTlON (%) COMPOSICION QUIMICA (%) 

ITEM HEAT NO. MATERIAL 
(PARTE) (COLADA) (ASTMI 

BODY WH27514 AsTMA-2lbmc~ 
CUERPO 

BONNET WH5977 ASTM A - 2 1 6 ~ ~ ~  
m 

WEDGE D3391 ASTMA-2171~~1s 
DISCO 

v C Mn P S Si Ni Cr Mo Cu Cb 
0.219 0.850 0.025 0.020 0.480 0.020 0.068 0.026 0.041 0.005 

Nonoalizated to INomlizado a) 930 Temwr to (Temvle a) 650 Cooled in sir. (Enkiado en aire.) 
0.196 0.880 0.025 0.019 0.420 0.040 0.030 0.010 0.040 0.001 

Nomializated to Mornializado a) 930 Temver to (Temvle a) 650 Cooled in a i r  (Enfiado en aire.) 

0.120 0.880 0.012 0.028 0.800 0.290 12.570 0.055 0.032 0.005 
Nomlizado a Momalizated to) 970 Temole a (Temver to) 630 Enfñado en ain. (Cooled ui a k )  


