
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

.,', P .  J . :  C-' Tepoízotlan, Estrrdo de Mexico C.P. 54600  

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINGTO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALIN SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDLTION. 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBAW DE ACLIERW CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES IJLTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTMG AP16D - PLPELlNE VALVES -CATE. PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES. FLANCED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTTNGS, SOCKET - WELDMG AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC041A08MA.48300000 
(Código) 

Descr i~t ion 4" Fig. 5202 F UT WCB, API TRiM No.8 830000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WlTH U>W EMISSION CONTROL (M PPM'S MAX.1 (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUClTNAS (50 PPM'S M.) 1 

1 HYDROSTATIC (PSll 1 450 450 N A  N A I  
(HIDROSTATICA) 

ITEM HEATNo. M m R p  
(PARTE, (COLADA1 

BODY WH25904 A S ~ A - Z l 6 ~ ~  
CUERPO 

BONNET WH27731 ASTM A-2IbNCB 
BONETE 

WEDGE D3611 A S m  A-217lCAIS 
DISCO 

. 
FACIO.21 REY "3" 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CAUDAD QUALITY ASSURANCE 

MECHANICAL TESTS (PRoF.MECANICAS) 

CHEMICAL COMPOSITION (%) COMPOSICIÓN QUlMlCA (%) 

C P S v Mn Si Ni Cr M 0  c u  Cb 
0.199 0.901 0.033 0.025 0.488 0.005 0.039 0.006 0.017 0.002 

NomlVated to Mormalirado a) 930 Temwr 0 (Temole a1 650 Eofñado en aire  (Cwled in air.1 
0.203 0.948 0.031 0.025 0.437 0.032 0.015 0.026 0.014 0.004 

Nomlirakd to (Normalizado al 930 Temoer to (Temole a) 650 Cooled in a*. (Enfriado en aire1 
0.120 0.850 0.014 0.014 0.950 0.300 13.000 0.037 0.044 0.001 

Nomalirado a Mormalirated fo) 970 Temole a (Tenmer to1630 Eofñado en aire. (Cooled in a i r l  

TENS YlELD ELG RED BHN 

KPSl KPsl % 
cwia IST ZND ~ R D  % *VO 

75.54 43.79 26 5 1 154 

74.82 42.92 24 45 158 

100.63 69.60 25 46 275 


