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WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANllFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQlllREMENTS GIVEN IN í>NF OR MORE OF THt? 

FOLWWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE El. PRODUCTO LISTAW ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLE(.IDOS EN LWO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API S98 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE. PLUG. BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES. FLANGED AND WELDING ENDS 
ANSI 816-10 - FACE T O  FACE AND END TO END DIMENSlONS O F  VALVES ANSlB16-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED. 
MSS-SP61 - PRESSURE TESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC082A08MAAS300000 
"digo) S,, Fig. 5206 F UT WCB, API TRiM No.8 830000 Descr iDtion 

Descripción CAST STEEL G A T E  VALVE 300 CLASS 
(VALVULA COMPUERTA D E  ACERO FUNDIDO CLASE 300) 

VALVE W H  LOW EMISSION CONTROL (54 PPM'S MUL) IVALVULA SUMMISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (EaPPM'S MAX.) ) 

P R E S S U R E  T E S T  78f&,4 B&:t SlDE (LADO) 
(PRUEBAS DE PRESIONI 1 2 

1 P N E U M A T I C  (PSI) 1 80 80 1 
1 (NEUMATICA) I J 

f MECHANICAL TESTS (PROP. MECANICAS) 1 
I 
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f C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N OUIMICA (%) 1 TENS YlELD ELG RED BHN 1 
KPSl KPSl % 

. 
C W @  IST 1ND 3RD AVG 

74.82 41.47 3 5  4 7  163 
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CERTIFICADO POR: CERTlFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

ITEM HEATNo. M + m A L  
(PARTE) (COLADA) 

BODY WH63417 ASTMA-216lWCB 
CUERW 

BONNET WH18633 ASTMA-2161WCB 
BONETE 

WEDGE WH81158 ASTMA-217ICAIS 
DISCO 

C M n  P S S i  N i  Cr M0 C u  V Cb 
0.187 0.957 0.026 0.015 0.508 0.047 0.052 0.022 0.027 0.006 

Nomialirated to Momialirado al 930 Temer to (Temvle al 650 Cooled in air (Enfriado en aire.) 
0.189 0.997 0.034 0.014 0.450 0.019 0.052 0.037 0.007 0.002 

Nomlirated to Oiomializado a) 930 Temver to CTemvle a) 650 Cooled in a k  (Enfriado en aire.) 
0 .135 0.571 0.033 0.016 0.456 0.093 13.150 0.026 0.012 0.001 

NomlVado a Momlirated to) 955 Temvle a (Temver to) 630 Enhiado en aire. (Cooled in air) 


