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I n d u s t ~ i c l l  de V a h ~ u l a s ,  S.A. de C.V. 
Ai: de La í h d u s t r i r i  Lote 16 Frucc. IndustnalEl Trehol 
Tepo tzo t lnn ,  Estado de Mexico C.P. 54600 

(Numero)  N u m b e r  
(Fecha)  D a t e  

OMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTLFY Tl lATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR OUALITY SYS IHM AND REQlllRCMENrS GIVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBAW DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQIJISITOS ESTABLECIDOS EN UNO O MAS DE LOS SlGUltNTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE MSPECTION AND TESTING API 6D - PIPELINE VALVES - GA'TE. PL.UG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDlNG APl600 - STEELGATE VALVES. FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END T O  END DIMFNSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS. SOCKET - WELDMG AND THREADED 
~~~ ~~~ ~ ~~~ 

ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTING O F  STEEL VALVES 

P a r t  No. AC101A08MAA8300000 
(Código) 

D c s c r i ~ t i o n  10" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL C A T E  VALVE 150 CLASS 

(VALVULA COMPUERTA D E  ACERO FUNDIDO CLASE 150) 
VALVE WmH LOW EMISSION CONTROL (50 PPM'S M.) (VALVULA SUMINISTRADA CON CONTROL DE W A S  
EMISIONES FUGIWASISOPPM'S M . . )  ) 

API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
WELDMG AND EXTENDED - BODY ENDS 

1 P N E U M A T I C  fPSI)  
iNEUMATlCAI 1 

C P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

. 
FACIO-21 REV "3" 

CERTIFICADO POR: CERTIFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

J e s s i a r c í a  

MECHANICAL TESTS MECANICAS) 

~~~~& BACK (LAw! 
(SEA? 1 2 

TENS YIELD ELG RED BHN . 
WSI WSI % % 

C V N ~  IST M D  3RD AVG 

87.14 53.79 35 43 162 

75.84 41.91 29 42 173 

97.73 70.47 24 41 291 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT No. MATERIAL 
(PARTE1 (COLADA1 (ASTMI 

BODY WH18885 ASTMA-216IWCB 
CUERPO 

BONNET WH24626 ASTM A-216IWCB 
BONETE 

WEDGE WH81529 ASTMA-217~CAI5 
DISCO 

C S v M n  P s i  N i  Cr M 0  CU C b  
0.215 0.881 0.034 0.029 0.510 0.044 0.080 0.020 0.016 0.004 

Nomlizated to Mornializado a) 930 Temver to (Temvle al 650 Cooled in air (Enfriado en aire.) 
0.205 0.869 0.021 0.007 0.452 0.019 0.062 0.005 0.026 0.001 

Nomlizated lo (Nomiirado al 930 Temu~r to (Temolc al 650 Cooled in a& (Enfriado en airp.1 
0.134 0.743 0.029 0.012 0.644 0.085 13.430 0.021 0.028 0.001 

Nomializado a ~Nomlirated 10) 970 Temule a (Temrier to) 630 Enñiado en a&. (Cooled in air.1 


