
Ind~istrirrl de Vali>u/as, S.A. de C. V. 
Aiz. de  LLI Industria Lote 16 Fracc. Irr~Ii~.stikrl El Ti.ehol 
Tepotzotlaiz, fistado de Me.xico C.P. S4600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIAIVCE - -~ 

(ACCORDIHG TO ENl0204'I'YFE3.1) 
ASEGURAMIENTO D E  CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE ('ERTIPY THATTHE PRODIITT LISrFI> RfiLOW WAS DESIGNED. MANIII'ACTLIRED ANDTESTED ACCORDIN<i10 Ol l l l  QlJALlTY SYSI'CM AND RI~OIIIKEMtN TS GIVkN IN ONE (IR M 0 K I 1 ~ 1 1 7 H t  
FOLlOWlNG STANDARDS L A S i  EDITION: 

(CEKTIFICAMOS QUE EL PRODIICTO LISTADO ABAJO FllE DISENADO. FABRICAW) Y PROBADO DE ACUERDO CON NUESIRO SIS.rEMA DE CAI.IDAD Y CON REQUISI'I'OS ESTABI.ECIDOS EN UNO O MAS DE LOS SI('i1JIENTES 
ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTING APl6D - PlPELlNE VALVES - GA'TE, PLUG, BA1.L AND CHECK 
API 599 -METAL PLllG VA1,VES - FLANGED, THREADED AND WELDING APl6OO - STEEL GATE VAI.VES. FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE T O  FACE AND END T O  END DIMENSIONS O F  VALVES ANSlB16-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED. THREADED AND WELDING ENDS AP1602 - COMPACT STEEI. CATE VALVES - FLANGED. THREADED. 
MSS-SP6I - PRESSURE TESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC122A08MAA8300000 
(Cddipo) 12" Fig. 5206 F UT WCB, API TRIM No.8 830000 -... 

DcqcnpciJn CAST STFKI G\T+:  VALVE 300 CI..AS\ 
(\'.\I.vuI.A c o n f p i  ERTA DE ACERO F L z l > l n u  CLASE 300) 

VALVE W E H  LOW EMlSSlON CONTROL (50 PPM'S MAX.) (VAWULA SUMINISTMDA CON CONTROL DE BAJAS 
EMISIONES FUGITIYAS(B PPM'S M.) ) 

H Y D R O S T A T I C  (PSII 
(HIDROSTATICA) 

P N E U M A T I C  (PSI)  
<NECMATICAI 

CERTIFICADO POR: C E R T l F l E D  B Y  : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

1125 1125 N A  N A  

80 80 

MECHANICAL TESTS IPROP. MECANIC%S) 

T E N S  YlELD E L C  RED BHN . m1 KPSl Yo 
CVN@ 1 ST 2ND 3RD AVC 

74.25 43.36 24 44 168 

79.31 42.63 37 53 157 

99.04 71.34 22 41 292 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICION Q U N I C A  (%) 

. 
ITEM HEAT No. M+,Tg$IpL 

(PARTE) (COLADA) 
BODV ~ ~ 6 5 0 5 3  ASTMA-216iWTB 

CUERPO 
BDNNET WH64509 ASTMA-ZIYWCB 

BONETE 
WEDGE WH8139L ASTMA-217lCAIS 

DISCO 

C P S N i  V Mn s i  Cr M0 CU Cb 
0.210 0.885 0.035 0.004 0.439 0.017 0.047 0.007 0.007 0.004 

Namliraled to (Normalizado a) 930 Tewer  lo (Tcrnole al 650 Cooled in air (Enfriado en a¡=.! 
0.214 0.912 0.026 0.016 0.489 0.007 0.025 0.034 0.035 0.005 

Nomlizaled lo (Nomalirado a) 930 Tern~er lo (Ternole a) 650 Cooled in air (Enfriado rnain.) 
0.127 0.566 0.019 0.007 0.338 0.087 12.980 0.040 0.028 0.017 

Normalizado a (Narmalilaled lo) 970 Tennole a (Ternoer lo) 630 EnFindocn aire. (Cooled in uirl 


