
Industrial de Valvulas, S.A. de C. V. (Numero) N u m b e r  V10C4977 
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otzotlan, Estado deMexico 

OUALITY ASSURANCE CERTIFICATE 0 F  COMPLIANCE 

a 
(ACCORDING TO ENIU204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELQW WAS DESIGNED. MANllFACTURED AND TESTED ACCORDING TO OUR QUALrrY SYSTEM AND REQUIREMENTS GlVEN 1N ONE OR MORE OF THE 

FOLLOWMG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUEELPRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTlON AND TESTWG API 6D - PIPELME VALVES - CATE. PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSl B16-10 - FACE TO FACE AND END T O  END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WEWMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEELGATE VALVES - FLANGED, THREADED. 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDWG AND EXTENDED - BODY ENDS 

P a r t  No. AC062A08MAA8300000 r 
?!!F,L& 1 '?&$E 1 SlDE (LADO)\ 

1 2 

1125 1125 N A  N A  

80 80 
J 

(C".) 6" Fig. 5206 F UT WCB, API TRIM No.8 8300000 D e s c r i ~ h o n  
Descripción CAST STEEL CATE VALVE 300 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 300) 
VALVE WITR M W  EMISSION CONTROL 1.W PPM'S MAX.) ( V A L V W  SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (SO PPM'S MAX.) I 
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[ MECHANICAL TESTS (PROP. MECANICASI 

TENS YIELD ELG RED BHN 

KPSI KPSl % % 
CVNS! IST 2ND 3RD AVG 

78.01 48.14 2 7  4 5  165 

73.37 42.49 37  5 7  150 

98.31 72.65 2 6  4 3  286 

FACIO-21 REV ''Y 

C H E M I C A L  C O M P O S l T I O N  (%) COMPOSICI~N QUNICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

Je&k+4&día 

ITEM HEAT No. M$,TE&AL 
(PARTE) (COLADA) 

BODY WH25706 ASTM A-ZI~AVCB 
CUERPO 

BONNET WHZ7092 ASTM A-216IWCB 
BONETE 

WEDGE WH81323 ASTMA-Z17/CAIS 
DISCO 

C M n  P S Si Ni C r  M o  C u  V C b  
0.198 0.958 0.028 0.020 0.400 0.027 0.038 0.012 0.033 0.004 

Normalizated to Mormalizado a) 930 Temoer to (Temole a) 650 Cwled in a". (Enfriado en aire.) 
0.196 0.895 0.027 0.018 0.418 0.009 0.054 0.005 0.014 0.003 

Nomlizated to Momlirado a) 930 Temoer to (Temole a) 650 Cooled in air (Enfriado en aire.) 
0.112 0.801 0.034 0.022 0.532 0.049 13.040 0.014 0.019 0.012 

Normalimdo a RIomlimted ta) 970 Temple a (Temwr (01630 Enfriado en aire. (Cwled in a i r )  


