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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 

El 
(ACCORDING TO EN10204 TYPE3.I) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQlllREMENTS GlVEN IN ONE OR MORE OF THE 

FOLWWING STANDARDS LAST E D I O N :  
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAlO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS M UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTMG API 6D - PlPELlNE VALVES -CATE, PLUG, BALLAND CHECK 
AP1599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING AP1600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-II - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED. THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDlNG AND EXTENDED - BODY ENDS 

Part No. AC062A08MAA8300000 I 
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(Código) 6" Fig. 5206 F UT WCB, API TiUM No.8 8300000 Deseri~tion 
Descripción CAST STEEL CATE VALVE 300 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 300) 
VALVE WITH W W  M S S I O N  CONTROL (50 PPM'S MiVL.)(Y*LVULaSUMWISTRADA CON CONTROLDE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S MAX) ) 

T$$ESSEp,T,IO$ 
HYDROSTATlC (PSI) 

(HIDROSTATICA) 

PNEUMAT~C (PSI) 
\ 

BIEUMATICAI 

I MECHANICAL TESTS (PROP. MECANICASI 

TENS YIELD ELG RED BHN 

KPSl WSI % % 
C V N ~  IST ZND 3RD AVC 

74.82 43.79 2 5  45  1 6 4  

70.91 49.45 2 9  5 1 159  

99.76 69.89 2 7  4 9  2 7 2  

- 
FACIC-21 REY '3' 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMlCA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

JesdíM-Gareía 

. ITEM HEATNo. MATERIAL 
(PARE3 (COLADA) 1hSTMl 

BODY WH7.7951 ASTMA.ZI6IWCB 
CUERPO 

BONNET WH21627 ASTMA-216iWCB 
BONETE 

WEDGE D3878 ASTMA-217/CAIS 

DlSCO 

. 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.202 0.907 0.026 0.017 0.446 0.006 0.039 0.021 0.017 0.002 

N o m l k t e d  lo Momialirado a) 930 T e m r  to (Temole a) 650 Cooled in a k  (Enfriado en aire.! 
0.194 0.960 0.029 0.019 0.490 0.048 0.054 0.020 0.038 0.007 

Nomializated to M o m l k d c  a) 930 T e m  to (Temole a) 650 Cooled u> a*. (Enfriado en aire.) 
0.120 0.810 0.020 0.024 0.910 0.028 12.600 0.046 0.025 0.003 

Nomializado a RIomiaIkted m) 970 Temols a (Temosr to) 630 EmX8do en aire (Cooled in air.) 


