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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 

(ACCORDING TO EN10204 TYPE 3.1) . , ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED, MANUFAClURED ANDTESTED ACCORDING TO OUR QUALITY SYSTEM AND REQlllREMENTS GNEN IN ONE OR MORE OFTHE 

FOLLOWINO STANDARDS LAST EDlTlON 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISERADO. FABRICAW Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQIJISITOS ESTABLECIDOS M UNO o MAS oc LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING AP16D - PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-lo - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AG061AO8MAB830000M 
(Código) 

Descrbtion 6" Fig. 5275 F UT WCB, API TRIM No.8 830000M 
Descripción CAST STEEL GLOBE VALVE 150 CLASS 

(VALVULA GLOBO DE ACERO FUNDIDO CLASE 150) 
VALVE Wml U>W EMISSION CONTROL (Y) PPM'S U) (VALVUL* SUMMISEUOA CON CONTROLDE BAJAS 
EMISIONES EUGITNAS (Y) PPMMS MAX.) ) 1 PNEUMATIC (PSI) I 80 

CNEUMAiICA) N A  1 

r PRESSURE TEST 
(PRUEBAS DE PRESION) 

HYDROSTATIC ( P S ~  
(HIDROSTATICA) 

MECHANICAL TESTS (PROP. m C m I C a )  

CHEMICAL COMPOSITION (%) C ~ M P ~ S I C I ~ N  QUlMlCA (%) TENS YIELD ELG RED BHN 

y&$# SlDE l~awly 
1 2 

450 450 315 NA  

m1 WSl O% % 
2ND 3RD A V 0  c w m  IST 

73.08 51.62 27 52 152 

88.60 54.67 34 50 163 

74.24 41.61 23 44 154 

, ITEM HEAT No. MATERIAL 
(PARTE) (COLADA1 (ASTM) 

BODY WH19484 ASTM A-2IóMCB 
CUERW 

BONNET WH19959 ASTM A-216MCB 
BONETE 

WEDGE U1507 A S T M A - 2 1 6 ~ ~ ~  
DISCO 

. . 

C Mn P S Si V Ni Cr M0 CU Cb 
0.214 0.971 0.025 0.016 0.509 0.065 0.054 0.019 0.024 0.004 

Nomalizated ta Momlizado a) 920 Temo~r to (Temole a) 650 Cooled in air (Enfriado en aire.) 
0.200 0.926 0.022 0.015 0.477 0.039 0.081 0.019 0.005 0.005 0.372 

Nomlirated to INomlirado a) 920 Temoer to ITemi>le a) 650 Cooled in air (Eofriado en a&.) 
0.200 0.700 0.026 0.024 0.500 0.024 0.025 0.008 0.031 0.002 

N a m h t e d  to Marmalizado a) 920 Temoer to (Temole a) 650 Cooled in a". (Enfriado en aire.) 


