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(Numero) Number 

(Fecha) Date 
Sif7c~ 1842 Tepolzoflan, Estado de Mexico C.P. 54600 
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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGll lWMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CER'rIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESI'ED ACCORDING TO OLJR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LASr  EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO MAJO FUE DISENADO. FABNCADO Y PROBADO DE ACUERDO CON NIJESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPFCTION AND TESTING API 6D - PIPELNE VALVES - CATE, PLUG, BALL AND CHECK 
API 599 - MErAL PLUG VALVES - FLANGED, THREADED AND WELDMG AP1600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-I I - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDNG ENDS 
MSS-SP6I - PRCSSURE TESTING OF STEEL VALVES 

Part No. GG065C05MCAOOOFNAO 
(COdigo) 

Descri~tion 6" Fig. 5308FS WE HF WC9, API TRIM No. 5 OOOFNAO 
Descripción PRESSURE SEAL GLOBE VALVE 1500 CLASS 

(VALVULA GLOBO I'S CLASE 1500) 

O 
O 

API 602 COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

I HYDROSTATIC (PSII I 5625 
(HIDROSTATICA) 

4125 l 
PRESSURE TEST 

(PRUEBAS DE FRESIOM 

( PNEUMATIC (PSI) 
(NEVhll\TICAI 

SIDE (LADO) 

1 2 

MECHANICAL TESTS hVC>LMCAS) 

I CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) 1 'TENS YIELD ELG RED BHN 

l BONNET 410.10 AST.M A.276 410 1 0.135 0.765 0.025 0.005 0.617 0.047 12.410 0.024 0.000 0.000 ] 96.00 75.00 35 50 217 1 
BONETE 

I . . 1 

FACIO-2, REV "1" 

CERTIFICADO POR. CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSUIUXCE 

Yo lapa  a n c i a n o  

ITEPl HEAT NO. MATERIAL 
(PARTE) (COLADA) 1ASTMI C Mn P S Si Ni Cr Mo V CU Cb 

KPS, KPSl % % 
2ND 1RD AVG cwa i s r  

BODY 13496 ASTM A - 2 1 7 1 ~ ~ 9  

CUERPO 
0.170 0.700 0.010 0.001 0.570 0.006 2.630 0.920 0.000 0.000 90.72 50.43 24 39 179 


