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OUAilTY ASSURANCE CERTIFICATE OF COMPLIANCE

(ACCORDING TO EN10204 TYPE 3.1} - N e
: ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMI‘ENTO
WE CER’I’IFY 'l'HAT "THE PRODUCT LISTED BEI.DW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUAL]TY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE
FOLIOWING STANDARDS LAST EDITION; -
(CE.RTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISERADO, FABRICADO Y PROBADO DE ACUERD( CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SlGU’IENTES
ESTANDARES ULTIMA EDICION.)

R e

A TR R RIS -

ADI 598 - VALVE INSPWTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND W'EI.DING API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSIB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
l(';;tdiN;- AR101A08MABS830000M r PRESS TEST STELL P g" SIDE - (A00))
Descrintigon 10" Fig. 5341 F UT WCRB, API TRIM No.8 830000M (PRUEBAS DE PRESION) {(CASCO) EAT) T 3
Descripcion  CAST STEEL SWING CHECK VALVE 150 CLASS HYDROSTATIC (PSDH 450 NA 315 NA
(VALVULA RETENCION TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA)
VALVE WITH LOW EMISSION CONTROIL. {50 PPM'S MAX.) (VALVULA SUMINISTRADA CON CO! OL DE BAJAS
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) ¢ i\ NTH PNEUMATIC (PSI} NA NA
(NEUMATICA) y
[ MECHANICAL TESTS (PROF. MECANICAS) ]
[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) FENS YIELD = ELG RED BHN l
KPSl KPS % %
&IET% rlcioﬁ%mo' M‘?IS%IAL C Mn P S Si Ni Cr Mo Cu v Ch cvwéa ISTI IND IRD AVG
RODY — WHEgosT — ASTM A TIeWT
BODY WH66987 A B 0.216 0.860 0.032 0.020 0.446 0.065 0.198 0.026 0.034 0.004 74.97 45.53 26 47 167
CUERPO Normaizated to (Normalizado a} 930 Temper to (Temple a) 650 Fafriado en aire.
COVER WH25158 ASTM A-216/WCB 0.190 0.893 0.038 0.020 0.499 0.009 0.017 0.005 0.005 0.002 78.59 38.86 28 47 159
TAPA Normalizated to (Normalizado a} 930 Temper to (Temple 2} 650 Cooled in air. (Enfriado en aire.)
WEDGE  WH33602 ASTM A-216/'WCB 0.211 0.916 0.023 0.010 0.451 0.033 0.028 0.005 0.022 0.001 75.55 45.82 25 46 169
DIsco MNormalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfriado en aire.
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CERTIFICADO POR: CERTIFIED BY :

ASEGURAMIENTO DE CALIDAD

QUALITY ASSURANCE




