
Lote 16Fracc. Indiistriai El Trebol 
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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING T0 Eh10204 TYPC 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTLFY THATTHE PRODUCT LISTED BEWW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALKY SYSTEM AND REQUlRtMENTS GNEN IN ONE OR MORE OF TH 

FOLLOWMG STANDARDS LAS7 EDITION 
(CERTIFICAMOS QUE EL PROOU~TO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN wo O MAS DE ws S I G U I E ~ E S  

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTiNG API 6D - PlPELlNE VALVES - CATE, PLUG, BALL AND CHECK 
MI 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DNENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR061AO8MAB830000G , SHELL BACK SlDE 
(CASCO) 1 (SEATI I 2 

450 N A 315 N A  

N A  N A  
J 

(Cbdigo) 6" Fig. 5341 F UT WCB, API TRIM No.8 830000G Descri~t ion 
Descripci6n CAST STEEL SWING CHECK VALVE 150 CLASS 

(VALVULA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 
VALVE WITHLOW EMISSION CONlROL (50 PPM'S M.) (VALVULA SUMLVISTWA CON CONTROL DE BAJA3 
EMISIONES FUGITIVAS (54 PPM'S m) J 

~ ! % E ~ * S ~ ~ ,  
HYDROSTATIC (PSII 

(HIDROSTATICA) 

PNEUMATIC (PSI) 
(NEUMATICA) , 

I MECHANICAL TESTS PROP, 

TENS YlELD ELG RED BHN 
. 

m1 KPSl % % 
m@ IST 2ND 3RD A V 0  

75.98 41.47 30 41 158 

77.72 40.46 39 45 160 

77.72 40.46 39 45 160 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT No. M+jiiMIpL 
(PARTE) (COLADA) 

BODY m215 A~TMA-IIOIWCB 
CUERPO 

COVER F315 ASTMA.2I6AVCB 

TAPA 

WEDGE F315 ASTMA-216AVCB 
DISCO 

C P S Ni V M n  s i  CT M0 C U  C b  
0.190 0.730 0.018 0.019 0.390 0.060 0.040 0.020 0.030 0.010 

Nomlirated to Mornializado a) 920 Temer to (Temle a) 650 Cooled in a". (Enfriado en aire.) 
0.190 0.690 0.022 0.021 0.430 0.070 0.050 0.060 0.080 0.010 

Nomlizated to Mornialirado a) 920 Temer to (Temle a) 650 Cooled in a". (Enúiado en aire.) 
0.190 0.690 0.022 0.021 0.430 0.070 0.050 0.060 0.080 0.010 

Narnializated ta Marnializado a) 920 Tcmw to (Temple a) 650 Cooled in a". (Enfriado en aire.) 


