
<i Industrial de Valvulas, S.A. de C. V. 
Av. de La lndusfria Lote 16 Fracc. Yndusfrial El Trebol 

,... , , 1347 . '  Te~otsotian. Estado de Mexico C.P. 54600 
.-r- 

QUALITY A 
. . 

. . . ~  (ACCORDINGTO ENlOZO4,TWE 3.1) 
ASE%URAMIENTO DE CALIDAD CERTlFlCADO DE CUMPLIMIENTO 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QllALln SYSTEM AND REOUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLOWING STANDARDS LAST EDiTlON 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISMADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION ) 

API 598 - VAL\'t I\SPtCI ION i \ \ l> lkS  I ING API 01) - I'I1'k.I.I\k V.4LVk.i - GAI F.  PI.IG. RhLL ANDCHECK 
API 599 - MEI'AL PLllC VALVCS - FLANGED.THREADE0 A\l>  W k l  I>iNG API 6UJ - STEEL GhTC VrALVES. FLANGEV ASD WEI.I>P\G I:NI>S 
ASSI 816-10 - FACF 10 t'ACt AND FND r0 bND I>IMCSSIONS Or VALVES ANSI Rlh-l I - FOKGFI> FIITINGS. SOCKII'. WL'LDMG ASDTHREADED 

- VALVES - FLANGED, THREADED AND WELDMG ENDS 
- PRESSURE TESTMG OF STEEL VALVES 

- COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY MDS 

VALVEWlTH LOW EMISSION CONTROL (50 PPM'S MAX.)(VALVULA S W I S T R a D A  CON CONTROL DE BAJAS 
EMISIONES FUGlTNAS(50 PPM'S MU.1 1 1 P N E W T I C  <PSI> I Ni4  N * l  NEUMAlTCAl 

Pa r t  No. AR061A08MAB830000G c 
BACK 1 
(SEO 1 2 

450 N  A  315 N A  

(Código) 
6" Fig. 5341 F UT WCB, API TRIM No.8 830000G Description 

Descripción CAST STEEL SWNG CHECK VALVE 150 CLASS 
(VALWLA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 

MECHANICAL TESTS MEC*NICAS) 

PRESSURETEST 
(PRUEBAS DE PRESION) 

HYDROSTATlC (PSI) 
(HIDROSTATICA) 

TENS MELD ELG RED BHN 

KF'Sl m1 va % 
C V N ~  IST 2ND 3RO AVG 

76.27 40.74 31 42 156 

73.08 40.60 31 42 156 

71.05 45.50 24 49 175 

, 
FACIO-21 W7'  

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

CERTiFlCADO POR: CERTlFlED BY : 
ASEGURAMIENTO DECALIDAD QUALlTY ASSURANCE 

, ITEM HEAT No. MATERIAL 
(P*RTEl (COLADA1 1ASTMI 

BODY 12836 ASTMA-116IWCB 
CUERPO 

COVER 12839 ASIMA-2161~~~ 
TAPA 

WEDCE 3669 ASTM A-2I6MICB 

DISCO 

C Mn P S Si Ni C r  V M0 C U  C b  
0.190 0.720 0.020 0.019 0.430 0.040 0.050 0.040 0.060 0.010 

Normalizated to (Nomialirado a) 920 Temwr to (Temole al 650 Cooled in air (Enfriado en aire.) 

0.190 0.730 0.022 0.018 0.390 0.050 0.050 0.050 0.040 0.010 
Nomlirated ta (Nomializado a) 920 Temoer to (Temole al 650 Cooled in a". (Enfiado en aire.) 
0.130 0.870 0.018 0.012 0.600 0.500 0.450 0.023 0.014 0.002 

Narmalizated ta (NormalVado a) 930 Temr  to íTemole a) 650 CWled in air (ERfnado en aire.) 


