
Industrial de Vahulus, S.A. de C V 
Av. de La Industria Lote 16 Frc~cc. Industrial El Pebol 
Tel~otzotlrin, Estrido <ir M ~ . ~ i c o  C. P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204TYPE3.1) 

ASEGURAMIENTO DE CALII)AI> CERTIFICADO DE CIJMPl.IMIEN'I'0 
WE CERTIFY THAT'IHE PRODIJCT LISTED BELOW WAS DESIGNED. MANIJFACTLJRED ANO TESIFD AKORDING TO OlJR OLJAIITY SYSlEM AND REOUlRtMENlS (ilVI(N IN ONC OR MORE OF'I'HE 

FOLLOWINU STANDARIIS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. F.4BRICAOO Y PROBAW DE A('LIERD0CON NUESTRO SISTEMA DE CAI.IDAl> Y <'<)N REQUlSlmS EST.4UI.ECID«S EN [!NO 0 MAS DE LOS SIGIJIENTES 

ESTANDARES LII.TIMA E D I C I ~ N . )  

API 598 
API 599 

- VALVE INSPECTION AND TESTMG 
-METAL PLUG VALVES - FLANGED. THREADED AND WELDING 

API 6D 
API 600 

ANSlB16-10 - FACE TO PACE AND END TO END DlMENSlONS OF VALVES ANSl B16-11 - FORUED FIITINGS. SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED. THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP6I - PRESSURE TESTMG O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR061A08MAB830000G 
(Código) 

Description 6" Fig. 5341 F UT WCB, API TRIM No.8 830000 
Descripcion CAST STEEL S W I N C  CHECK VALVE 150 CLASS 

(VALWLA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 
VALVE WITH LOW EMlSSlON CONTROL 150 PPM'S MAX.1 IVALVULA S U M I N I S T W A  CON CONTROLDE BAJAS 
EMISIONES FUGITIVAS (.S PPM'S MAX.1 1 

f MECHANICAL TESTS MECANICASI 1 

I P R E S S U R E  TEST 
(PRUEBAS DE PRESION) 

H Y D R O S T A T I C  (PSI) 
(HIDROSTATICA) 

I J 

1 C H E M I C . \ L  C O M P O S I T I O N  1 % )  COUPOSICI~S ~i IMICA ( " O ,  1 T E S 5  Y1EI.D ELC RED Bll\ 

:,EA8 SIDE (LADO? 
1 2 

450 N  A  315 N A  

KPSI KPSI % % 
c w r a  i s r  2ND 3RD AVG 

73.66 39.87 29 41 158 

75.98 40.74 34 44 162 

75.98 41.03 31 44 156 

FACIO-21 REV "Y 

L 
lTEM HEAT No. M$,TggAL 

(PARTE) (COLADA1 
BODY 12825 ASTM A-216iWCB 

CUERPO 

COVER 12833 ASTMA-2I6NCB 

TAPA 

WEDGE 3650 A S T M A - 2 1 6 ~ ~ ~  
DlSCO 

. 
CERTLFICAW POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

l 

\ ,  

C P S v Mn s i  Ni Cr M0 CU Cb 
0.210 0.750 0.021 0.022 0.440 0.060 0.080 0.080 0.030 0.010 

Nomlizaied 0 (Nomializado a) 920 Temoer to (Temmle al  650 Cwled in air. (Enfriado en aire1 

0.180 0.710 0.018 0.019 0.420 0.050 0.060 0.020 0.030 0.010 
Noml i i t ed  l o  (Nomlikado a) 920 Temxr 10 (Temole al  650 Cooled io a". (Enfiado en ain.) 
0.170 0.620 0.018 0.019 0.430 0.070 0.050 0.060 0.050 0.010 

Noml ' i i ed  to Womlizado a) 920 Temoer to (Temole a) 650 Cooled in a i r  (Enfriadoen aire.) 


