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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDIhG TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALTY SYSl t M  AND REQUIREMENTS GlVEN IN ONE OR MOREOFTHE 

FOLLOWING STANDARDS LAST EDKION. 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDlC16N ) 

AP1598 - VALVE MSPECTION AND TESTING AP16D - PIPkLINE VALVES -CATE, PLUG. BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO PACE AND END TO END DIMENSIONS OF VALVES ANSI 816-1 1 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR061A08MAB830000G 
(Código) PRESSURE TEST (cAscol 

6" Fig. 5341 F UT WCB, API TRIM No.8 830000G (PRUEBAS DE PRESIONI (SEATI 
Description 

Dpscripción CAST STEEL SWTNG CHECK VALVE 150 CLASS HYDROSTATIC (PSII 
(VALVULA RETENCIÓN TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) (~ionosrarica) 

VALVE WITH LOW EMISSION CONTROL (Y) PPM'S MAX) WALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITNAS (50 PPM'S u> > PNEUMATlC (PSI) N A  N A  

I ( N E U M A ~ C A )  1 J 
MECHANICAL TESTS (PRoP.MEUMCAs) 

CHEMlCAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) TENS YIELD ELG RED BHN 
L I 

CERTIFICADO POR CERTIFlED BY : 
ASUiURAMIENTO DE CALIDAD QUALITY ASSURANCE 

ITEM HEAT NO. MQ+RM,AL 
<PARTE) (COLADA) 

CUERW 

COVER F315 ASTMA-ZI~IWCB 
T M A  

WEDGE 12838 ASTMA-216IWCB 
DISCO 

C Mn P S Si Ni Cr Mo Cu V 
KPSL KPSl 70 % 

Cb ( CYN@ IST 2ND 3RD A V 0  
BODY 12831 ASTMA-216IWCB 1 0.220 0.730 0.017 0.018 0.440 0.060 0.080 0.070 0.030 0.010 1 74.67 40.02 32 46 156 

Nomialirated to (Nomaliado al 920 Tem~er m (Temole al 650 Cooled ui a% (Enfiado en a k l  
0.190 0.690 0.022 0.021 0.430 0.070 0.050 0.060 0.080 0.010 

NormaUzated m (Nomialirado a) 920 Temoer to (Temole al 650 Cwled in air. (Enfiado en a k . )  
0.180 0.740 0.018 0.017 0.420 0.060 0.070 0.070 0.030 0.010 

Namalirated to (Nomialirado al 920 Temer to (Temole a) 650 Cooled in air (Enfriado en a k . )  

77.72 40.46 39 45 160 

73.51 41.18 30 39 153 


