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TY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACC0RDINC;TO EN10204IYPE3.1) 

,%SEGURAMIENTO DE CALII>AD C E R r l F l C A D O  D E  CUMPLIMIENTO 
WE CERTIFY THKI 'THE IPRODUCT LlSTED BELOW WAS DESlGNIiD, MANUFACTURED ANDTESTED A<:('ORDING TO OUK QUAI.l'IY SYSII:M AND REQUlREMENTS C;IVI:N IN ONli OR MORE O F T H E  

FOLLOWING STANDAROS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑAW. FABRICADO Y PROBADO DEACUERW CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISIIOS ESIABI.ECIDOS &N IJNO 11 MAS 06. LOS SIGIIIENTES 

ESTANDARES ULllMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTING AP16D - PII'ELINE VALVES -CATE, PLUG. BALL AND CHECK 
AP1599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING AP1600 - STECLGATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE T O  FACE AND END T O  END DIMENSIONS O F  VALVES ANSlB16-11 - FORGED FITTMGS, SOCKET - WELDING AND THREADED 
ANSI 616-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED. 
MSS-SP61 - PRESSURE TESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AR061AOSMAB830000G r 
(Codigo) 6" Fig. 5341 F UT WCB, API TRIM No.8 830000 D e s c r i ~ t i o n  

Descripcion CAST S T E E L  S W l N G  C,HECK VALVE 150 CLASS 
(VALVULA RETENCION T I P O  C O L U M P I O  DE A C E R O  F ü N D l D O  CLASE 150) 

VALVE WlTH LOW EMLSSlON CONTROL (M PPM'S M.) (VALVULA SUMINISTWA CON CONTROL DE BAJAS 
EMISIONES PUGlTNAS 150 PPM'S M.) ) 

SHELL P R E S S U R E  TEST 
(PRUEBAS DE PRESION) 

H Y D R O S T A T l C  (PSI)  
(HIDROSTATICAJ 

P N E U M A T I C  (PSI)  
(NEUMATICA) 

?,A,$$ 

C 

I MECHANICAL TESTS (PROPMECAN'CAS) 

S IDE (LAWJ> 

1 2 

450 N  A  315 N A  

N A  N A  
/ 

TENS YlELD E L G  R E D  BHN 

KPS, WSI % Ya 
C V N ~  IST ?NO 3RD AVC 
77.72 41.62 29 39 157 

74.53 40.45 32 41 160 

75.26 40.75 31 44 162 

FACIO-21 REV "3" 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICIÓN QUIMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

ITEM HEAT NO. MATERIAL 
(P.ARTE1 (COLADA1 (ASTM) 

BODY m315 ASTM A.IICWCB 

CUERPO 
COVER 12840 ASTM A - Z I ~ ~ W C B  

TAPA 

WEDGE F9210 ASTM A.?16<WCB 
DlSCO 

C P S v Si N i  M n  Cr M0 CU Cb 
0.210 0.720 0.020 0.019 0.390 0.040 0.080 0.070 0.060 0.010 

Normalizated ro (Normalizado a) 920 Temwr to (Tcmrile al 650 Cooled in air (Enfriado en a h . )  

0.180 0.680 0.020 0.019 0.410 0.040 0.060 0.060 0.050 0.010 
Nomlizaled 0 (Normalizado a) 920 T e m r  lo Femole al 650 Cooled in a+ (Enfiado en a¡=.) 
0.180 0.680 0.020 0.019 0.430 0.080 0.060 0.050 0.070 0.010 

Narmalilated to Mormalizada al 920 Temeer 0 (Tsrn~le al 650 Cooled in air (Enfriado en aire.) 


