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(Humero) Number 
(Fecha) Date 

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO ENIO204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO D E  CURIPLIMIEN'I'O 
WE CER'rlFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTIIRED AND TESTED ACCORDING T O  OI!K OUAI.I'I'Y SYSI'EM AND REOIIIKFMIN 14 GIVEN IN ONE OR MOREOFTHE - ~ ~~ ~~ ~ 

FOL1,OWING STANDAKDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTAW ARAJO FUE UISENADO. FABRICAN Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECAL.IDAD Y CON REQIIISITOS ESTABLECIDOS EN UNO O MAS DE LOS SlGIllENTES 

ESTANDARES ULTIMA EDICI0N.I 

API 598 
API S99 

- VALVE INSPECTION AND TESTING 
-METAL PLUG VALVES - FLANGED. THREADED AND WELDING 

API 6 D  
API 600 

ANSlB16-10 - FACE T O  FACE AND END TO END DlMENSlONS O F  VALVES ANSl B16-I l - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, M R E A D E D  AND WELDING ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED. THREADED. 
MSS-SP61 - PRESSURE TESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR061A08MAB830000G 
(Código) 

6" Fig. S341 F UT WCB, API TRIM No.8 830000 (PRUEBAS DE PRESIOKI 
Description 

Dmcripción CAST S T E E L  S W l N G  C H E C K  VALVE 150 CLASS HYDROSTATIC (PSI) 
(VALVULA R E T E N C I ~ N  TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) (HIDROSTATICAI 

VALVE WITH LOW EMlSSlON CONTROL (54 PPM'S MAX.) (VALVULA SUMINISTMDA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (.S PPM'S M.) 1 PNEUMATIC (PSI) N A 

(h'FIIMATICAI 

FACIO-21 R E V T  

CERTlnCADO POR: C E R T l F I E D  BY : 
ASEGUWIENTO DE CALIDAD QUALITY ASSURANCE 

JhieaG6rcía 

MECHANICAL TESTS (PROP. MECANICASI ' 

TENS YlELD E L G  RED BHN - 
m1 WSI ?4 % 

CVN@ I ST 2ND iRO AYG 

77.72 41.62 29 39 157 

75.98 40.74 32 42 156 

77.72 40.46 39 45 160 

CHEMICAL COMPOSlTlON (%) COMPOSICION QUlMlCA (%) 

ITEM HEAT No. M$,TgM\AL 
(PARTE) (COLADA1 

BODY F9315 A5TM A-2IóIWCB 

CUERPO 
COVER 12837 ASTM A-ZI~IWCB 

TAPA 
WEDGE F315 ASTM A-216IWCB 

DISCO 

V c Mn P S s i  Ni Cr M0 CU Cb 
0.210 0.720 0.020 0.019 0.390 0.040 0.080 0.070 0.060 0.010 

Nomalizared to (Nomalirado a) 920 Tem~er  lo (Tcm~le a) 650 Cooled in air (Enfriado en sM.) 

0.180 0.820 0.022 0.021 0.380 0.030 0.060 0.040 0.050 0.010 
N o m l i t e d  m (Nomlizado a) 920 Tcmwr lo (Tem~le al 650 Cwled inair. (Enfriado en aire.) 

0.190 0.690 0.022 0.021 0.430 0.070 0.050 0.060 0.080 0.010 
Namlizated lo Momlizado al 920 Tcmmr lo (Temole a) 650 Cooled inair. (Enfriado en aire1 


