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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CIIMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED B E W W  WAS DESIGNED, MANUFACTURED AND TESTED ACCORDMG TO OUR QUALITY SYSTEM AND REQIIIREMENTS GIVEN M ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABNO FUE DISEÑAW. FABRICADO Y PROBADO DE ACUERW CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE. PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED. THREADED AND WEWMG API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE M FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTMG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC062A08MAA8300000 P 

(Código) 6" Fig. 5206 F UT WCB, API TRIM No.8 830000 D e s c r i ~ t i o n  
Descripción CAST STEEL CATE VALVE 300 CLAS$ 

( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 300) 
VALVE WííH LOW EMlSSlON CONTROL (M PPM'S MAX.1 (VALVULA SUhnNrSTlUDACON CONTROLDE BUAS 
EMISIONES F U C ~ V A S  (M PPM'S MAX.) I 
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MECHANICAL TESTS FRoP MECANiCasl 
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CW@ IST 2ND 3RD AVG 

74.53 37.12 29 52 151 

79.32 47.27 35 53 160 

100.63 71.19 24 40 294 

FACIO-21 REY "3" 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QU~MICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

. 
lTEM HEAT No. MATERIAL 

(PARTE1 (COLADA1 1aSTMl 
BODY WH24432 ASTMA-216IWCB 

CUERW 

BONNET WH17426 ASTMA-216IWCB 
BONETE 

WEDCE WH81841 ASThfA-217/CAIJ 
DlSCO 

+ 

C M n  P S Si Ni Cr Mo C u  V C b  
0.215 0.930 0.027 0.017 0.398 0.022 0.023 0.019 0.085 0.002 

Nomalkated to Mormalido a) 930 Tem~er fo (Tem~le a) 650 Cooled in air. (Enfriado en aiR.1 
0.212 0.974 0.024 0.015 0.461 0.047 0.075 0.022 0.028 0.006 

Nomlizated fo Mormalirado a) 930 T e m r  to (Temple a) 650 Caoled in a% (Enfriado en aire.) 
0.140 0.812 0.024 0.009 0.446 0.071 13.300 0.010 0.010 0.001 

Normalizado a nIormalizated m) 970 Temle a (Temer m) 630 Enfnsdo en aire. (Cooled in a".) 


