
Ind~~strinl de Valvulas, S.A. de C. V 
Av. de' La Industria Lote 16 Fracc. Indtlstrial E/ Trebol 
Tepotzotlan, Esfado de Mexico 

(Numero)  N u m b e r  
(Fecha) Da le  

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY TRAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OllR QUALITY SYSTEM AND REQUIREMENTS CiIVEN 1N ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISmAW. FABRICADO Y PROBAW DE ACUERDO CON NUESTROSISTEMA DECALIDAD Y CON REQIIISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 
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ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES 

Part No. AC062AO8MAA8300000 
(Código) 

D e s c r i ~ t i o n  6" Fig. 5206 F UT WCB, API TRZM No.8 830000 
De,cnpcion CAS 1 STLEI. GATE V4l.Vi. 300 CI.ASS 

( \  ,\LVUL.4 CO3lPLERTA DE ,\CERO FLhDlDOCLASE 300) 
VALVE W H  W W  EMlSSlON CONTROL (M PPM'S MAX) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (M PPM'S MAX.) 1 

- COMPACT STEELGATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

SHELL SlDE (W) 
1 2 

I 

I CHEMICAL COMPOSITION (%) COMPOSICIÓN QUIMICA (%) TENs Y ~ E L D  ELG RED BHN 

H Y D R O S T A T I C  (PSI) 
(HIDROSTATICA) 

P N E U M A T I C  (PSI) 

1125 1125 N A  N A  

80 80 

l 
FACIO-21 REV "3' 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

I , m1 WSI % % 
CVN@ IST 2ND 3RD AVG 

76.85 46.1 1 28 43 154 

84.10 52.06 32 54 160 

103.67 70.76 26 45 229 

1 . 
ITEM HEAT No. MATERIAL 

(PARTE1 (COLADA) (ASTM) 
BODY WHZ4707 ASTM A-216wCB 

CUERW 

BONNET WH18628 ASTMA-216IWCB 
BONETE 

WEDGE WH81863 AYTMA-217IUIS 
DISCO 

. . 

C S v Mn P S i  Ni  CK M0 CU Cb 
0.210 0.895 0.032 0.030 0.415 0.030 0.071 0.005 0.035 0.003 

Nornializated to Mornia ldo  al 930 Temoer to (Temole s i  650 Cooled in air (Enhdo  en aire.) 
0.191 0.912 0.021 0.016 0.433 0.037 0.061 0.020 0.026 0.003 

Nornializated to Mornialirado al 920 Temoer to (Temole al 650 Cooled in sir. (Enfriado en aire.) 
0.090 0.830 0.026 0.026 0.044 0.051 12.490 0.021 0.019 0.001 

Normalizado a Mamlizaied to1955 Temole a (Temoer to) 630 Enfriado en aire. (Cwled in air.1 


