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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINGI'O ES10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO D E  CUMP1,IMIENTO 
WE CERTlFY THATTHE PRODUCT LISTED BEIDW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING T O  OUR QUALITY SYSTEM AND KEQLiIRlMPNTS GIVHN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS 1.AST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTAN ABAJO FUE DISENADO. FABRICAW Y PROBAW DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTADIECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EUICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES -GAFE. PLUG. BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING APl600 - STEEL GATE VALVES. FLANGED AND WELDING N D S  
ANSlB16-10 - FACE TO PACE AND END TO END DlMENSlONS O F  VALVES ANSIBI6-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC062AO8MAA8300000 
(Código) 

D e s c r i o t i o n  6" Fig. 5206 F UT WCB, API TRiM No.8 830000 
Descripción CAST STEEL C A T E  VALVE 300 CLASS 

(VALVULA COMPUERTA D E  A C E R O  FUNDIDO CLASE 3W) 
VALVE WITH LOW EMISSION CONTROL 154 PPM'S MAXd IVALVULA SUMMISTWA CON CONTROL DE BMAS 
EMISIONES FUCITNAS (50 PPM'S M.) ) 
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FACIO-21 R E Y " T  

CERTIFICADO POR: CERTIFIED B Y :  
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

DISCO 

TENS YIELD E L G  RED BHN 

m1 KPSl % */a 
CiN@: IST 2ND 3RD AVC 
81.49 46.54 30 54 152 

86.28 53.80 30 57 155 

97.58 70.90 22 41 285 

C H E M I C A L  C O M P O S I T I O N  (96) COMPOSICI~N QUIMICA (%) 

Normalizado a Momlizafed lo) 970 Tsmole a (Tempcr W630 Enüiado en aire. (Cooled in airl 

ITEM HEAT NO. MATERIAL 
1PARTEI 1COLADAI 1ASTM) 

BODY WH17795 ASTM A-216WCB 
CUERPO 

BONNET WH2709) ASTMA-216,WCB 
BONETE 

WEM;E ~ ~ 8 1 8 6 6  ASnLIA-217iCAlS 

C S v M n  P S i  N i  Cr M 0  CU C b  
0.192 0.934 0.024 0.017 0.432 0.043 0.092 0.021 0.023 0.003 

Nomalizated lo RÍomlizado a) 930 Tempcr U> (Temvle al 650 Cooled inair. (Enfriado en aire.) 
0.212 0.924 0.036 0.022 0.458 0.137 0.035 0.008 0.030 0.001 

Normalnaled lo (Nomlirado al 930 Tempcr to (Temple a) 650 Cooled in a". (Enfiado en aire.) 
0.143 0.638 0.027 0.012 0.460 0.076 12.990 0.018 0.010 0.027 


